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Abstract 

Many pieces of fine art are made of wood that has been treated with coatings. Since wood is a very hygroscopic 
material, the moisture content strongly influences the deformation of wooden parts. Coatings often act as moisture 
barriers. Therefore, the moisture permeability of coatings must be considered for the evaluation of the structural 
behaviour. The mechanical properties are also relevant to evaluate the deformation of thin artwork like panel paint-
ings as well as the damage of paintings and varnishes. Therefore, the mechanical properties and the permeability of 
selected coatings used for cultural wooden artwork are investigated and presented in the article at hand. In this study, 
coatings of three artworks are investigated: a Lusatian cupboard from the eighteenth century, an altarpiece by L. Cra-
nach the Elder and a Russian icon from 1912. The coatings considered are white ground, colours, varnishes, glue and 
textile reinforced sizing. Mechanical tests are conducted to evaluate the stiffness and tensile strength of the Russian 
icon’s coating. Cup tests are made to identify the moisture permeability of the coatings. This test was conducted for 
single coatings as well as for coating systems consisting of different coatings to investigate both the moisture barrier 
of single coatings and the interaction of coatings. Exponential functions for the relative humidity-dependent permea-
bility are fitted based on the experimental data. The results allow the quantification of permeability for all investigated 
coatings—from white ground with a high permeability to beeswax with a low permeability—and the magnitude of 
moisture dependency of the coating’s permeability. Furthermore, it is shown that the simple addition of the water 
vapour resistance of single coatings underrates the resistance of a total coating system. By the mechanical tests, the 
strength, ultimate strain and Young’s modulus are obtained. The permeability and the mechanical parameters are 
required as input for numerical simulations of the structural behaviour of coated wooden artwork. These results are a 
good step forward to assess the risk of damage of coated wooden artwork.

Keywords: Coating, Cup test, Furniture, Material modelling, Moisture, Paint, Panel painting, Tensile strength, Water 
vapour permeability, Water vapour resistance
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Introduction
A large number of cultural objects with very high 
intangible value for future generations are exhibited 
and placed in storage in museums, churches and other 
places all over the world. Many artworks are based 
on constructions of wood, coated with several layers 
with different properties. These objects include panel 
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paintings and historical painted cupboards, which are 
the focus of this article. Mostly, the purpose of these 
coatings is to yield aesthetic and resistant surfaces. 
Therefore, the coatings and their properties are 
especially important for conservation and restoration.

An approach of preventive conservation is the 
numerical prediction of material and structural 
behaviour of cultural objects to quantify stresses 
and the potential of damage occurring due to the 
boundary conditions. This information can then be 
used to identify adequate climatic conditions and 
restoration measurements. Damage occurs especially 
due to mechanical stress. Due to the hygroscopic 
character of supporting materials like wood, moisture 
strongly influences the mechanical behaviour of 
structures consisting of these materials. Since coatings 
often significantly resist the water vapour emission, 
it is necessary to characterise the hygro-mechanical 
behaviour of both wood and its coatings. For many 
wood species, the mechanical properties as well as the 
moisture diffusion, sorption, swelling and shrinking 
properties have been thoroughly investigated. 
Regarding coating materials, the need for material 
research is high since many different coatings have 
been used over the centuries in the history of painting. 
Therefore, mechanical properties and the permeability 
of selected coatings used for cultural wooden artwork 
are investigated in the study at hand.

Research on the material properties of coatings is 
already available for different types of coatings and with 
different research focuses. Mechanical properties can 
be found in [1–5]. Hygric properties are investigated in 
[3, 4, 6–11]. Simulation approaches are presented and 
used in [1, 3, 4, 8, 9, 12, 13]. In [1, 2], the focus is on 
dimensional changes of coated wood causing stresses 
by differences in hygroexpansion and stiffness between 
wood and coating and, therefore, only mechanical and 
swelling/shrinking properties are investigated for glue, 
gesso, oil paints, canvas and wood. In [3], the influence 
of the diffusion process of moisture in wood on the 
structural behaviour is considered, but only gesso with 
no significant water vapour resistance is used. For the 
investigation of this type of stress, the elastic modulus 
of the coatings is needed, which is investigated in [1–
3] partly to be RH- and age-dependent. In [4], elastic 
moduli of a ground layer of chalk and glue and of oil 
paints with special focus on ageing are presented. In [5], 
mechanical properties of coatings are investigated for 
violin varnishes including the frequency dependency. 
In the article at hand, the stress–strain relation of two 
different coating systems related to a historic icon 
is investigated in order to identify the initial elastic 
modulus, the strength and the yield strain. These 

properties are used to fit the parameters of a damage 
model. Age dependency and dynamic properties are 
not considered.

Since the structural behaviour of panel paintings and 
the potential for damage of applied coatings are strongly 
dependent on the moisture barrier formed by the 
coatings, the permeability has to be characterised too. 
Literature is available for the permeability of coatings 
in different application areas such as food technology 
[7], building materials [10], violin varnishes [8], canvas 
paintings [11] and panel paintings [4, 6, 9]. The focus 
of [4] is again on ageing. In [6, 9], the permeability of 
ground layers, paint layers and varnishes is investigated 
by cup tests driven for composites of wood with partial 
or full stratigraphy. In the contribution at hand, the 
permeability of the coatings is examined by the cup 
method using highly permeable polyethylene (PE) frits as 
support material. In this manner, the coatings are tested 
individually in order to be able to predict the permeability 
of different coating systems. Since the combination of 
permeability values obtained by single tests might not be 
reliable, which is also discussed in [9], tests of total and 
partial coating systems are carried out on PE frits.

The selection of investigated coatings is based on 
three artworks that are currently under investigation 
at the Institute for Structural Analysis of Technische 
Universität Dresden (ISD) together with the University of 
Fine Arts Dresden (HfBK). A painted cupboard from the 
eighteenth century as a sample of furniture from Upper 
Lusatia and a panel painting by L. Cranach the Elder 
(“Katharinenaltar”, left wing, inner side), exhibited in the 
Dresden State Art Collections (SKD) are investigated 
within the project CultWood (see funding statement). 
Both artworks or classes of artwork have been objects of 
research in the past with an art technological focus [14–
18] as well as with a numerical focus [19]. The Russian 
icon (“Last supper”) from 1912 is investigated within the 
project VirtEx (see funding statement). Also, this class of 
objects has been the object of technological [20–23] and 
numerical [24] research.

Materials and methods
Two different series of coating systems are investigated 
which are based on the coatings of three original 
objects: the cupboard from the eighteenth century 
and the altarpiece by L. Cranach the Elder from the 
sixteenth century (subsequently named C-series) and 
the Russian icon painting from the beginning of the 
twentieth century (subsequently named I-series). The 
division into two series is based on different applied test 
procedures. For the C-series, the focus is on permeability 
tests of single coatings, while for the I-series the focus 
is on permeability tests of composed coating systems. 
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For both series, permeability tests with the cup test 
method are carried out. Furthermore, the specimens 
from the I-series are tested mechanically by tension 
tests. This section subsequently describes the materials 
and production technology of the test specimens 
in “Materials” section and “Specimen preparation” 
section, and the experimental and analytical methods in 
“Methods” section.

Materials
The investigated coatings are listed in Table  1. The 
coatings based on the Cranach panel painting and on 
the Upper Lusatian cupboard are assigned to the C-series, 
while the coatings based on the Russian icon are assigned 
to the I-series. Also, the components and applying modes 
are given in Table 1. A further description is documented 
in the following sections.

Materials for the C‑series
Pre‑sizing A rabbit skin glue is used for the C-series 
(supplier Kremer Pigments) with the following technical 
properties: Bloom value 340 g–360 g, pH value of 6.0–7.5, 
viscosity of 4.25–5.50°E (degree Engler for 17.75% and 
60 °C) and a fat content of 1.0–2.5% (manufacturer infor-

mation). Less content of fat provides a more elastic char-
acter of the material, but entails a low binding power.

White ground The chalk of the ground layer of the 
C-series is acquired from Champagne (Kremer Pigments).

Egg tempera (C) For the C-series, an egg tempera is 
prepared which consists of egg yolk (without membrane) 
from eggs of a domestic chicken which is diluted by 
pure linseed oil (Kremer Pigments). The colorant of the 
C-series is Terra di Sienna, an earth pigment (Kremer Pig-
ments). The volume proportions of egg yolk, linseed oil 
and pigments are 5:3:1.

Distemper The distemper of the C-series consists of 
rabbit skin glue and a colourant in a weight ratio of 2:1. 
The colourant for the distemper of the C-series is Verona 
green earth (Kremer Pigments).

Resin oil colour The oil colour of the C-series is a mix-
ture of pure linseed oil, pine turpentine, Venetian turpen-
tine and light ochre (Kremer Pigments). The volume ratio 
of pine turpentine and Venetian turpentine is 3:1, the vol-
ume ratio of light ochre and linseed oil is 2:1.

Table 1 Coatings for the mechanical tests and permeability test: recipes with the components, application modes and series 
assignment

1  VF: volume fraction, 2 varnish Mechelner describes a varnish of a historical recipe [26]

Coating Series Recipe Application

White ground C 7% chalk from Champagne 1 × dabbed,
2 × painted
(crosswise)

Isolation C 3.5% rabbit skin glue in aqua dest 1 × painted

White imprimatura C 1  VF1 linseed stand oil + 
2 VF lead white (ground with a slab)

1 × painted

Resin oil varnish  (Mechelner2) C Straßburger Turpentine (170.75 g) + linseed stand oil (170.75 g) + lead red 
(170.75 g) + pine turpentine (600 ml)

1 × painted

Linseedoil varnish C linseed oil, siccativated with manganese 1 × painted

Resin oil colour
([25], p. 645, receipe 2)

C 1 VF paintmedium (1 VF Venetian Turpentine + 3 VF pine turpentine) + 1 VF oil 
colour (1 VF linseed stand oil + 2 VF light ochre)

1 × painted

Egg tempera (C) C 1VF Terra di Sienna (281 g) + 5 VF egg yolk without membrane (518 g) + 3 VF 
linseed oil (316 g) total 1115 g tempera

1 × painted

Distemper C 7% rabbit skin glue (667 ml) in aqua dest. + Verona green earth (333 g) 1 × painted

Beeswax 2 VF pine turpentine + 1 VF beeswax

Sizing + textile I pre-sizing of 12% uncleaned hide glue,
28% glue solution embedding the textile

1 × painted,
2 × painted embedding
the textile

Hardwhite I 55.6 g water + 4.1 g glue + 56 g chalk for 1 layer 1 × dapped

Primer I 40.9 g water + 3.08 g rabbit skin glue + 56 g chalk 6 × painted

Egg tempera (I) I 35% pigment, 8.5% binding medium, 56.5% water 3 × painted

Olifa I 80% linseed oil and 20% commercial hard drying 1 × painted, excess removed

Spirit varnish I 25% dammar, 25% Shellsol A, 50% white spirit 1 × painted



Page 4 of 19Stöcklein et al. Heritage Science          (2022) 10:141 

Imprimatura The binding medium for the white impri-
matura layer of the C-series is linseed stand oil (Kremer 
Pigments), a specially prepared linseed oil for coatings. The 
oil is heated without oxygen, which increases the viscos-
ity and its drying time is slowed resulting in better ageing 
properties. The linseed oil is mixed with lead white pig-
ments with a volume ratio of 1:2 (linseed oil per lead white).

Linseedoil varnish For the first varnish of the C-series, a 
pure linseed oil siccativated with manganese is used (both 
Kremer Pigments).

Resin oil varnish The so-called Mechelner varnish is 
based on a historic recipe (see [26], p. 619). It consists 
of Strasburger turpentine, linseed stand oil, lead red pig-
ment and pine turpentine (all Kremer Pigments). Stras-
burger turpentine describes a special historic turpentine, 
consisting of high qualitative larch turpentine. The used 
pigments are lead white, lead red, iron oxide red, light 
ochre (all Kremer Pigments).

Beeswax This coating is not part of the coating system 
of the panel painting of Cranach or of the Lusatian cup-
board. However, it is tested additionally for the C-series, 
since it is often used for the sealing of wooden artwork. 
The coating is a mixture of balsamic turpentine oil and 
beeswax (Kremer Pigments 62,200) with a volume ratio 
of 2:1. The materials are heated until the wax is melted. A 
milky cloudy paste is formed.

Materials for the I‑series
Sizing and textile For the pre-sizing and sizing layers, two 
kinds of collagen based glue are used. The first one is a tra-
ditional uncleaned hideglue from stock of the conservation 
department of the Saxon State Office for Cultural Heritage 
(Landesamt für Denkmalpflege, see [27]). This tradition-
ally uncleaned hide glue has an estimated Bloom value 
of 200 g. The second kind of glue that is used is a rabbit 
skin glue with a Bloom value of 400 g by Eytzinger (Schwa-
bach, Germany). The pre-sizing consists of a 12% solution 
of uncleaned hide glue, and the sizing is a solution of 25% 
uncleaned hide glue, 3.5% rabbit skin glue and 71.5% water.

The textile of the I-series is a cotton tissue, called 
cheesecloth (Provider Eagle Home Products Inc., Hun-
tington NY, USA), of a thread count of 4 lateral and 8 lon-
gitudinal threads per centimeter and a grammage of 37 g/
m2 (own measurement).

Hardwhite and  primer The chalk of the I-series is a 
finely ground chalk from Champagne region consisting of 
99.7% calcium carbonate (supplier Eytzinger, Schwabach, 
Germany). The binding medium for both primer layer and 

hardwhite is the above mentioned rabbit skin glue. The 
primer is produced using traditional recipes. The propor-
tions by weight are 44% glue solution and 56% chalk. After 
drying, the primer layer consists of 94.8% chalk and 5.2% 
rabbit skin glue. To prepare the hardwhite, an amount of 
16 g of rabbit skin glue solution (7% in water) is added to 
100 g of prepared primer. The recipe of hardwhite could 
then be described as 55.8 g water + 4.2 g glue + 56 g chalk. 
After drying, the hardwhite layer consists of 93.0% chalk 
and 7.0% glue. The production is described in detail in 
[29], p. 385.

Egg tempera (I) The binding medium for the paint layer 
of the I-series is egg yolk from domestic chickens. Dry 
white wine (Pinot Gris from Saale-Unstrut region) is used 
as a diluent and additive. To make the emulsion (tempera 
binder), one part by volume of egg yolk is mixed with four 
parts dry white wine. To mix the pigment with the emul-
sion, the pigment and the emulsion are ground with a slab. 
The paint consists of 35% pigment, 8.5% binding medium 
and 56.5% water. The pigments for the paint layer of the 
I-series are Siena nature (supplier Kremer Pigments, item 
No. 40400) for the specimen No. 46–57 (see Table 2). For 
the specimens of the I-series No. 58 – 67 and the tensile 
test specimens, a mixture of natural iron oxide pigments, 
Harzocker (Kremer Pigments, item No. 40360) and Terra 
Pozuoli (Kremer Pigments, item No. 40440) is applied.

Olifa For the olifa of the I-series, a mixture of fresh lin-
seed oil (80%) and a commercial hard-drying oil (20%, 
supplier Kremer Pigments, item No. 79021) are used. The 
hard-drying oil is used to adjust the drying time. It con-
tains linseed oil, colophonium and drying agents.

Table 2 Cup test specimens, specimen numbers and associated 
coatings
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Cwi 6-10 x x I2 50-51 x x

Crv 11-15 x x I3 52-53 x x x

Clv 16-20 x x I4 54-57 x x x x x

Crc 21-25 x x Itot 58-67 x x x x x x

Cet 26-30 x x

Cdi 31-35 x x

Cbw 36-40 x x

Ctot 41-45 x x x x x
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Varnish For the spirit varnish of the I-series, one part 
by weight of gum dammar (Kremer Pigments, item No. 
60000) dissolved in two parts white spirit (boiling range 
100 – 140 °C, Kremer Pigments, item No. 70400) and one 
part of Shellsol  A (mixture of aromatic hydrocarbons, 
boiling range 165 – 180  °C, Kremer Pigments, item No. 
70520) are used.

Supporting material for the permeability test
To measure the water vapour permeability, the 
investigated coatings are applied on polyethylene 
(PE) frits since the coatings are not able to build self-
sustaining films. For this purpose, filter disks of the 
producer KIK Kunststofftechnik are used. According to 
the producer, the PE frits have a homogeneous porous 
structure, a relatively high water vapour transmission 
rate and a high resistance towards any kind of liquids. 
Due to the known constant and homogeneous 
properties of the PE frits, it is easy to recalculate the 
permeability of the coatings from the permeability of 
the frit-coating-composite. The manufacturer’s data of 
the PE frits are shown in Table 3.

Specimen preparation
Permeability test specimens for the C‑series
For the C-series, the specimens are schematically shown 
in Fig. 1, the association of coatings to the specimens can 
be found in Table 2. The following coating procedure is 
applied for the total coating system  (Ctot). The first layer 
is the pre-sizing, which is followed by white ground, 
which is dabbed one time and painted two times cross-
wise. This ground is isolated by a thin layer of rabbit skin 
glue coating. After that, the first layer of paint bounded 
with egg tempera is applied. The imprimatura is applied 
after the egg tempera layer. After that, the second paint 
layer, the resin oil colour, follows. Finally, the varnish is 
applied with a varnish brush. In case of beeswax coating, 
the material is rubbed in with a linen cloth.

For the determination of the diffusion properties of 
every single paint layer, the layers are applied separately 
to sintered porous polyethylene frits (PE frits). Due to the 
porosity of the frits and the resulting penetration of the 
binder medium, the paint layers do not form a homoge-
neously closed film. For this reason, all frits are primed 
with a white ground layer, on which the other layers of 
paint are applied afterwards. A selection of coated frits 
can be seen in Fig. 2. The age of the coatings at the time 
of testing is given in Table 4.

Permeability test specimens for the I‑series
The coating system consists of different layers (see Fig. 3): 
pre-sizing, sizing with textile, first layer of ground (hard-
white), actual ground layer (primer), paint layer (egg tem-
pera), olifa that penetrates the paint layer and upper parts 
of the ground, and a spirit-varnish. A detailed description 
of the manufacturing of this coating system is given in 
[29]. The main facts are described in the following.

Sizing and textile The first layer has to be a traditional 
thin pre-sizing to avoid an uncontrolled adsorption of 

Table 3 Properties of the supporting PE frits for the 
investigation of the water vapour permeability of the coatings

Property Unit Value

Diameter mm 107.2

Thickness mm 6.0–6.2

Raw density g/mm3 0.6

Tensile strength N/mm2 5

Mean pore diameter μm 40

Pore volume % 45

Fig. 1 C-series: specimens for the permeability test, one specimen only with white ground, specimens for the test of single coatings applied on 
white ground and one specimen with a full coating system of a painting



Page 6 of 19Stöcklein et al. Heritage Science          (2022) 10:141 

the thick glue layer by the untreated specimen. A thin 
wash of a 12% solution of 55  °C warm uncleaned hide 
glue is applied on the PE frit, approx. 0.02 – 0.04 g/frit 
(0.00022 – 0.00044 g/cm2).

To create the thick layer of sizing, similar to that 
present on the icon (see [29]), a solution of 25% 
uncleaned hide glue, 3.5% rabbit skin glue and 71.5% 
water is applied onto the PE frit. The results of pre-tests 
show that to reach a layer of 0.2 mm pure hide glue, it is 
necessary to apply 0.07 g/cm2 (6.3 g/frit). This solution 
must not be too warm to allow for it to gel right after 
application. To obtain a more even layer, the about 
30  °C warm solution is brushed on in two steps. The 
textile is laid on the first layer of gelled glue right before 
the next layer of solution is applied.

Hardwhite and  primer The ground layer consists of 
two different components: hardwhite and actual primer. 
As the hardwhite is being prepared, it is heated to 50 °C 
and dapped into the freshly applied sizing layer. Then, 

the still warm hardwhite-primer is mixed with the gelled 
sizing. As a result, the connection of the primer layers to 
the sizing is thought to be improved.

This layer is followed by six layers of the basic chalk-
glue-primer. They are painted by using soft brushes. 
The surface is allowed to dry after each layer. It turned 
out that it is difficult to apply the primer layers without 
small bubbles appearing (“needle pin holes”). These 
holes affect the water vapour permeability. In areas, 
where too many of them appeared, the dried surface 
is rubbed with a damp cloth to close the holes before 
the next chalk ground layer is applied. The thickness of 
the ground layer is checked using a scalpel. If the goal 
thickness of 0.7 – 1 mm is not reached, another one or 
two layers are applied.

After drying completely, the surface is smoothed with 
sandpaper (grain 240) and with a damp cloth. The spec-
imens show significant cupping due to the shrinkage of 
the sizing and ground layers.

Fig. 2 Specimens of painted test-frits: (a) white ground with collagen based glue isolation for every experiment and the following coating systems, 
(b) distemper on white ground, (c) egg tempera on white ground, (d) varnish on white ground

Fig. 3 I-series: specimens for the permeability test using a consecutive testing strategy, five specimens with different number of coatings
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Egg tempera (I) The paint is applied in three thin layers 
using a very soft brush, allowing each layer to dry. The 
average thickness of the complete paint layer proved to 
be 30 – 40 µm, like most of the paint layers on the origi-
nal icon. The layer thickness is measured by microscope 
images, see Fig. 4.

Olifa The olifa is applied with a soft brush. An average 
amount of 0.5  g/frit is used. Right before the final dry-
ing of the oil film, excess oil is removed from the surface 
with the heel of the hand. The amount of oil removed is 
weighed and subtracted from the amount of oil originally 
applied. The olifa mass varies from 0.4 – 0.58 g/frit with 
two outliers (I-series No. 58: 0.32 g/frit and No. 67: 0.68 g/
frit).

Spirit varnish After drying for two weeks, the layer of 
dammar varnish is applied. It is brushed on very quickly 
to avoid dissolving the olifa. The weight of the dried var-
nish is approximately 0.06 g/frit.

Mechanical test specimens for the I‑series
The mechanical behaviour is investigated for the total 
coating system of the I-series, based on the coating sys-
tem of the Russian icon. The coatings are applied on the 

textile embedded in the sizing without any supporting 
material to test the mechanical properties of the coating 
system only. Additionally, tests are conducted for the siz-
ing and textile without further coatings. For each speci-
men type, 10 specimens are tested. The specimens are 
schematically shown in Fig. 5.The width w and thickness t 
of the specimens can be found in Table 5. 

Methods
Mechanical test method
The stress–strain relations are tested for a partial coating 
system  I1,t consisting of the sizing and textile layers 
(S + T) of the Russian icon specimens of the I-series and 
for the total coating system  Itot,t, i.e. the composite of all 
coating layers on top of the (wooden) support. Tension 
tests are conducted at 65% relative humidity ( RH ). This 
composite is rather exceptional with a thick collagen 
based glue layer (S + T) of ca. 0.33  mm on average for 
 I1,t, primer, paint and varnish with a total thickness of 
ca. 1.30  mm on average for  Itot,t (see “Permeability test 
specimens for the I-series” Section ).

The experimental mechanical tests are performed 
after 30 days of drying in a standard European room cli-
mate after the last production step on a Universal Test-
ing Machine (Hegewald&Peschke, Inspect10) equipped 

Table 4 Cup test climates of the test specimens at constant temperature T = 23
◦
C

Cup test climates (inside/
outside)

RH 0% / 50% RH 0% / 85% RH 85% / 50% RH 95% / 50%

C-series x x x

Drying time 3 months 4 months 6 months

I-series x x x

Drying time  I1-I4
Drying time  Itot

3 months
6 months

6 months 6 months

Fig. 4 Microscope images of the thickness measurement of two coatings of the I-series: (a)  Itot specimen No. 54 with total coating system and (b)  I1 
specimen No. 49 with sizing and textile layer (cf. Table 2)
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with a 10 kN load cell. An initial force of 5 N is set as 
the starting point of the measurements. The tests are 
conducted in a displacement-controlled mode at a rate 
of 1.5  mm   min−1 for the more ductile  I1,t specimens 
(S + T) and of 0.3  mm   min−1 for the more brittle  Itot,t 
specimens (total coating system). 10 successful tests are 
obtained for each configuration.

Brittle failure is expected, where the maximum 
stresses are followed by immediate failure. Thus, the 
tension strength f  is directly taken as the maximum, 
ultimate stress σu. The Young’s modulus E is determined 
in the range between 10 and 40% of the ultimate stress 
as stated in EN-408 [28].

Furthermore, a simple isotropic strain-dependent 
damage material model for this coating system is 
derived [30]. Therein, the initial stiffness E becomes the 
reduced stiffness E∗ by way of a damage variable d

 where the damage variable is dependent on the history 
variable κ with d = d(κ) as

The internal history variable κ is described as a 
multiple of the ultimate strain, where κ = κ0 initialises 
the reduction of stiffness and κ = κcr terminates the 
damage growth, leading to a stiffness equal to zero. 
Detailed information on the concept of damage 
modelling are published in e.g. [30]. In the results 
section, the damage model parameters are fitted to the 
experimental results.

(1)E∗

= (1− d)E

(2)d =











0, κ ≤ κ0
1
2

�

1− cos

�

κ−κ0
κcr−κ0

π

��

, κ0 ≤ κ < κcr

1, κ > κcr

Permeability test method
For all coating materials of the C- and I-series, the 
permeability is tested using the cup method. The 
procedure of the diffusion test called the cup method 
is described in DIN EN ISO 12572 [31] in combination 
with DIN EN ISO 7783 [32]. PE frits, which have a 
high water vapour permeability, are used as carrier 
material, see "Supporting material for the permeability 
test" Section. Two different strategies are used: For 
the C-series, the coatings are tested individually on a 
PE frit with white ground. White ground is necessary, 
because the other coatings either do not form a closed 
film on the PE frit or penetrate the pores. Additionally, 
a total coating system is tested for comparison. For 
the I-series, the coating system is tested consecutively 
adding one coating for the next specimen type.

After coating the PE frits and allowing the coatings 
to dry, the side faces of the frits are sealed to ensure 
one-dimensional water vapour diffusion. The frits are 
fixed on a glass cup which is filled with salts or oxides 
(standardised in [31]) for the dry cup tests and with an 
ammonium dihydrogen phosphate solution for 95% or 
potassium chloride for 85% relative humidity inside the 
cup for the wet cup test. In the steady state wet and dry 
cup test, one obtains the density of water vapour flow 
rate  g . By the density of water vapour flow rate and the 
water vapour pressure difference �pv , the water vapour 
resistance

of the PE frit-coating-composite is calculated. A 
correlated quantity is the permeance

(3)Z =

�pv

g

Fig. 5 Tension test specimens of the I-series of  I1,t and  Itot,t specimens with the sizing and textile and the total coating system of the Russian icon, 
respectively
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This property changes for the same material with 
different coating thicknesses. Therefore, the permeability

 is used as a material parameter, which is independent 
of the coating’s thickness t . The total water vapour 
resistance of composites is calculated additively

where the index c denotes the properties of a single 
coating and tot denotes the properties of the total coating 
system. The resistance of the PE frit, which is known 
beforehand, is subtracted to obtain the coating system 
properties. The same method is used for the parameter 
determination of the added layer in the consecutive 
testing strategy.

Since the permeability properties of the coatings are 
expected to be dependent on the relative humidity at the 
coating, several tests are conducted using the dry cup and 
wet cup tests. Three different climates are tested for each 
coating system (see Table  4). The temperature is kept 
constant at 23 °C for all tests. The inside relative humidity 
is controlled by salts, oxides and aqueous solutions, the 
outside relative humidity by a climate chamber.

By the water vapour resistance of the PE frit and the 
different layers, the water vapour profile can be calcu-
lated for each test by Eqs. (3) and (6). This allows to find 
the average water vapour pressure or relative humidity in 
the investigated coatings during the tests.

The permeability δ is chosen as a material parameter 
because it characterises the coating’s material proper-
ties independently of the thickness of the coatings. The 
RH-dependent permeability can be described by an 

(4)W =

1

Z

(5)δ = t ·W =

t

Z

(6)Ztot =
1

Wtot
=

∑

c

1

Wc
=

∑

c

tc

δc
,

exponential function, which is an established approach 
to describe the diffusion in hygroscopic materials, e.g. 
[33, 34] and, thus, is adapted here for the permeability. 
The advantage of this approach is that the permeability is 
not negative for the whole range from 0%RH to 100%RH 
when using an exponential equation. After all, a negative 
permeability value would be unphysical. The function

contains the model parameter ac , representing the 
permeability of the dry coating, and bc , representing the 
dependency of the permeability on the relative humidity. 
Although RH is not a material parameter of the coating, 
in contrast to the moisture content as a weight fraction 
of the materials mass, it describes the dependency in a 
phenomenological but simple manner. This seems to 
be reasonable, because not all coatings are hygroscopic 
and, therefore, the driving potential is the water vapour 
pressure gradient, which is related to RH . It should be 
noted that the model extrapolates the material properties 
for RH-values outside the range of the minimum and 
maximum of tested conditions and are less trustworthy, 
especially for high RH values.

Results and discussions
Mechanical test results
Some of the tested broken specimens are shown in Fig. 6. 
Figure  7 depicts the experimental results of force–dis-
placement and stress–strain characteristics of the inves-
tigated specimens. Since the sizing and textile layers of 
specimens  I1,t are relatively thin, the maximum force is 
lower than those of the total coating system of specimens 
 Itot,t, where the ultimate force is larger, especially with 
respect to the massive ground layer.

The strength of the total coating system of  Itot,t is nearly 
the same as the strength of the sole sizing and textile 
layer of  I1,t. On the other hand,  Itot,t is much stiffer than 

(7)δc = ac · e
bc ·RHc

Table 5 Tension test of  I1,t (sizing and textile) and  Itot,t (total coating system) ( RH/T = 65%/20◦C ): mechanical and geometrical 
characteristics (statistical estimators)

Layers Statistical estimator Strength

f
[

n
mm2

]

Ultimate strain 

εu
[

10−3
]

Young’s modulus

E
[

n
mm2

]

Thickness 

t[mm]

Width 

w[mm]

I1,t
(sizing and textile)

Median 9.86 8.96 1370 0.32 20.40

Range [8.30…13.24] [6.25…12.50] [842.7…1883] [0.30…0.38] [20.04…20.68]

Mean value 10.34 9.01 1320 0.33 20.38

Standard deviation 1.64 2.11 300.0 0.027 0.24

Itot,t
(total coating system)

Median 9.69 4.88 4914 1.25 20.78

Range [6.47…11.78] [1.08…5.83] [3181…31117] [1.10…1.50] [19.95…21.00]

Mean value 9.75 3.98 - 1.30 20.64

Standard deviation 1.48 1.75 - 0.160 0.35
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 I1,t, which can also be seen in the boxplot in Fig.  7c. It 
has to be emphasized again that these experiments only 
describe the conditions of a one month old and intact 
coating system tested in one constant climate. For these 
conditions, the sizing and textile layers do not seem to 
give any mechanical improvement to the total coating 
system, except for a contribution to the overall thickness 
and, thus, a slightly larger maximum force. The larger 
ductility may be an advantage to ensure a solid bond also 
for aged or damaged upper coating layers, i.e. when they 
get more brittle or cracked. Besides, it has a high water 
vapour resistance, which reduces swelling and shrink-
age of the wooden support and consequential stresses 
in the coating system when the upper coating layers are 
damaged.

Statistical estimators of all test results are listed 
additionally in Table  5. It has to be emphasized that 
for some characteristics, the standard normal distribu-
tion is not meaningful for a given quality of data, see 

e.g. [35]. The Young’s modulus data of the total coating 
system of  Itot,t, for example, show two outliers which, 
according to the knowledge of the authors, cannot 
be ascribed to experimental or modelling errors and, 
thus, are not excluded. For that reason, Table  5 and 
Figs.  7b and c give several result quantifications and 
statistical estimators of the mechanical characteristics.

The modelled damage behaviour by the degradation 
of the Young’s modulus is visualised in Fig. 7d together 
with the experimental test results of the total coating 
system. The parameters of the damage function are 
listed in Table  6. With respect to the quality of the 
experimental data, the median values are chosen as the 
basis for the parameter identification (cf. Figure  7b). 
Due to the phenomenological approach, the model 
parameters do not describe the physical ultimate 
strain at the same point of the ultimate stress. It is the 
configuration fitting the experimental results best for 
this numerically stable approach.

Fig. 6 I-series: broken  Itot,t specimens of the total coating system after the tension tests
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Results of the permeability tests
Permeability of the C‑series coatings
For every type of the coatings of the C-series, the aver-
age thicknesses of the coating layers are determined by a 
microscope at two specimens per type. At each observed 
specimen, the thickness is measured at ten points distrib-
uted over the coated area, to obtain representative values. 
The mean value of all measurements per coating is taken 
for Eq. (5) and is given in Table 7 for the investigated coat-
ings of  Cwi to  Cbw. The values of all coatings of the coating 

(a) (b)

(c) (d)
Fig. 7 Tension test of  I1,t (sizing and textile) and Itot,t (total coating system) ( RH/T = 65%/20◦C ): (a) force–displacement and (b) stress–strain 
relations, (c) boxplot of the mechanical characteristics, (d) stress–strain relations of experiments and model of total coating system, with and 
without consideration of damage

Table 6 Parameters of the damage function of the coating 
system

Parameter Quantity

E

[

n
mm2

]

4914

εu[−] 4.875 · 10−3

κ0[−] −1.75 · εu

κcr [−] 2.25 · εu

Table 7 Mean value and standard deviation of the measured thicknesses of the single coating specimens  Cwi—Cbw

Coating White ground White 
imprimatura

Resin oil 
varnish

Linseedoil 
varnish

Resin oil colour Egg tempera 
(c)

Size colour Beeswax

Thickness [μm] 248 ± 124 35 ± 8 17 ± 6 17 ± 5 96 ± 21 77 ± 6 76 ± 20 11 ± 4
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system of  Ctot, used in Eq. (6) are given in Table 8. In Fig. 8, 
two of the microscope images can be seen.

The permeability of each coating is calculated from 
the measured densities of water vapour flow (see 
Table  9) as well as the associated relative humidity, 
determined by the calculation of the humidity 
profile, and can be found in Table 10 for the C-series. 
Different relative humidity values are found in the 
coatings even for the same experimental setup because 
the permeability influences the moisture gradient in 
the specimen.

For the specimens of type  Cdi, the frits coated with 
white ground and distemper, the water vapour resist-
ance calculated from the water vapour flow is in the 
order of magnitude of that of the  Cwg specimens (white 
ground). Thus, the water vapour resistance of distem-
per is negligibly small and is therefore not considered 
further.

The permeability of the other coatings of the C-series 
are shown in Fig. 9. It can be seen that the permeability of 
all coatings is larger for larger relative humidity. The larg-
est values of permeability is present for the specimens of 
white ground and egg tempera. The largest water vapour 
resistance are shown in the specimens of beeswax and 
resin oil varnish.

Exponential regression functions are added to Fig.  9. 
By the regression functions, it is easy to compare both 
the water vapour permeability as well as the degree of 
humidity dependency. The humidity dependency can 
be read from the curvature of the regression functions 
or from the rise of the regression functions in the 
logarithmic plot.

In Fig.  10, the parameters ac and bc of the exponen-
tial function in Eq. (7) are shown and compared for all 
coatings of the C-series. The parameter ac is a measure 
of the permeability of dry coatings. The most perme-
able material, white ground, shows by far the largest 
value of ac , while beeswax has a negligibly small param-
eter ac. The parameter bc is a measure of the humid-
ity dependency. The largest humidity dependency is 
present for beeswax, while the varnishes exhibit a 
low dependency. Finally, the parameters ac and bc are 
given in Table 11. It has to be noted that the exponen-
tial function leads to very high values of permeability 
for high RH  values. Due to the extrapolation, it is not 

Table 8 Mean value and standard deviation of the measured 
thicknesses of all coatings of the total coating system of the 
C-series,  Ctot, specimens No. 41, 44 and 45

Coating White 
ground

Egg 
tempera

White 
imprimatura

Oil 
colour

Resin oil 
varnish

Thickness 
[μm]

404 ± 89 87 ± 7 53 ± 1 36 ± 3 34 ± 23

Table 9 Measured stationary density of water vapour flow g through the coated and uncoated PE frits for the three cup test settings 
of the C-series

1  ref.: reference value for the evaluation, no specimen number

RH 0%/50% RH 0%/85% RH 95%/50% RH 95%/50%

specimen g
[

g

m2·d

]

specimen g
[

g

m2·d

]

specimen g
[

g

m2·d

]

specimen g
[

g

m2·d

]

Cwg 4 201.1 Cwg 4 590.0 Cwg 1 291.0 Cet 26 209.0

5 200.3 5 588.6 2 325.0 27 191.0

Cwi 9 55.3 Cwi 9 138.1 3 296.0 28 192.0

10 65.7 10 161.4 Cwi 6 77.0 Cdi 31 325.0

Crv 14 21.6 Crv 14 45.0 7 93.0 32 328.0

15 25.9 15 96.4 8 90.0 33 304.0

Clv 19 124.0 Clv 19 302.2 Crv 11 28.0 Cbw 36 2.7

20 112.2 20 313.7 12 39.0 37 3.6

Crc 24 9.4 Crc 24 47.3 13 30.0 38 4.9

25 7.3 25 19.9 Clv 16 160.0 Ctot 41 6.2

Cet 29 118.6 Cet 29 355.4 17 159.0 44 5.4

30 112.4 30 346.5 18 164.0 45 6.5

Cdi 34 209.3 Cdi 34 552.2 Crc 21 19.4 PE ref. 495.0

35 203.3 35 559.0 22 27.5

Cbw 39 3.0 Cbw 39 10.0 23 22.1

40 2.5 40 32.2

PE ref.1 404.0 PE ref 760.0
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certain whether this reflects the actual material behav-
iour. For white ground, the largest extrapolated value 
is 28 times a , while the largest measured value is 12 
times a . However, this issue is not relevant, since white 
ground has a relatively high permeability and the resist-
ance of coating systems is dominated by the coatings 

with the largest resistance values. This issue is more 
important for beeswax, where the largest extrapolated 
value is 200 times a , while the largest measured value is 
18 times a . Therefore, the authors recommend further 
investigations of the permeability of beeswax for high 
RH  values.

Fig. 8 Microscope images for the thickness measurement of white ground: (a) specimen  Ctot (specimen No. 5) and (b) specimen  Cwi (specimen No. 
6)

Table 10 Permeability and associated relative humidity of the coatings from the C-series calculated from measured g

Coating RH 0% / 50% RH 0% / 85% RH 95% / 50%

RH[%] δ
[

kg·m

Pa·m2·s

]

RH[%] δ
[

kg·m

Pa·m2·s

]

RH[%] δ
[

kg·m

Pa·m2·s

]

White ground 37.44 8.17 · 10−13 75.49 3.17 · 10−12 59.27 1.60 · 10−12

37.39 8.11 · 10−13 75.42 3.13 · 10−12 57.73 2.15 · 10−12

59.05 1.67 · 10−12

White imprimatura 30.71 2.04 · 10−14 51.70 2.96 · 10−14 67.57 3.12 · 10−14

31.78 2.57 · 10−14 53.25 3.62 · 10−14 66.54 4.01 · 10−14

66.73 3.83 · 10−14

Resin oil varnish 27.47 3.32 · 10−15 45.63 3.95 · 10−15 70.56 4.71 · 10−15

27.97 4.07 · 10−15 49.20 9.31 · 10−15 69.80 6.81 · 10−15

70.42 5.08 · 10−15

Linseedoil varnish 40.51 4.56 · 10−14 64.34 5.10 · 10−14 60.67 5.23 · 10−14

39.04 3.57 · 10−14 65.17 5.52 · 10−14 60.74 5.16 · 10−14

60.37 5.52 · 10−14

Resin oil colour 26.11 7.80 · 10−15 45.84 2.40 · 10−14 71.12 1.82 · 10−14

25.86 6.00 · 10−15 43.90 9.60 · 10−15 70.55 2.65 · 10−14

70.93 2.09 · 10−14

Egg tempera 38.15 1.58 · 10−13 66.88 3.09 · 10−13 58.38 3.93 · 10−13

37.47 1.41 · 10−13 66.27 2.92 · 10−13 59.60 3.14 · 10−13

59.53 3.18 · 10−13

Beeswax 25.40 2.71 · 10−16 43.25 5.32 · 10−16 72.29 2.69 · 10−16

25.34 2.25 · 10−16 44.91 1.78 · 10−15 72.22 3.60 · 10−16

72.12 4.92 · 10−16
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(a) (b)

(c)
Fig. 9 Comparison of the permeability of the coatings used in the C-series. Experimental values (o) and regression functions (-) plotted in three 
different scales: (a) overall comparison, (b) comparison of the coatings with higher resistance and (c) logarithmic representation of the permeability

Fig. 10 Comparison of the parameters a and b of the exponential regression functions for the permeability of the coatings used in the C-series
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The depicted RH-dependent functions represent the 
permeability of the single coatings applied on a PE frit 
coated with white ground or directly on the PE frit for 
white ground. Regarding historical art objects, multiple 
ground and paint layers are applied on top of each other. 
Therefore, the total water vapour permeance Wtot or 
resistance Ztot have to be calculated by Eq. (6).

By  Ctot, a specimen of a PE frit painted with five 
different coatings is tested. The permeability δ is 
calculated by Eq.  (7) and the resistance by Eq.  (5) using 
the thickness values in Table  8. The resistance of the 
PE frit is calculated from the water vapour pressure 
difference and the reference value of the moisture 
density flow g , see Table 9. Since the distribution of the 
humidity in the coating system is unknown, δ and Z are 
determined iteratively. First, the relative humidity has to 
be estimated to calculate an initial δ and Z . In a next step, 
the RH difference of each coating can be calculated by 
�RH = Z/Ztot ·�RHtot and, by this, RH, δ and Z can be 
obtained iteratively. The calculated values can be seen in 
Table 12.

The total resistance can also be directly determined by 
the experimental results of the specimens  Ctot 41, 44 and 
45 by Ztot = �pvtot /gtot . These values are also shown in 
Table  12 and are about twice as large as the calculated 
values. This large difference might occur due to the dif-
ficult determination and inhomogeneity of the thickness 
of the coating layers. There are also transition zones, 
where two coatings are mixed or one coating penetrates 

another in the experiments, but are not considered here 
in the calculations. The effective thickness and, by this, 
the effective resistance of the coatings would be larger. 
Therefore, the permeability of coating systems, the inter-
action of paintings coated on each other and the water 
transport in transition zones of coatings need to be inves-
tigated. Another way to circumvent this issue is to use the 
consecutive testing strategy as in the following section.

Permeability of the I‑series coatings
In contrast to the C-series, and as described in Sect. 2 for 
the I-series, the different states of the coating system of a 
specific type of Russian icon after each application step 
are analysed. Every specimen of the I-series is sliced to 
determine the average thickness by microscope images. In 
Fig. 4, two cross-sections can be seen. The mean values of 
the measured thicknesses as well as relative permeability 
and permeance, i.e. δ and W  , are given in Table 13 for these 
manufacturing substeps  I1-I4 at one climate and in Table 14 
for the total coating system  Itot at three climates. The results 
as relative and absolute permeability are depicted in Fig. 11. 
As described in Sect.  3.2.1, the mean RH in the coatings 
differ also for the same experimental setup.

The results do not allow to give specific material char-
acteristics of the single layers. Thus, it is not reasonable 
to analyse the relative permeability δ of the investigated 
composites per thickness of the specimens at the sub-
steps with only some of the layers. Only the total perme-
ance W  through the coating system matters.

Table 11 Parameters ac and bc of the exponential regression function in Eq. (7) for the permeability of the single coatings used in the 
C-series, determined from specimens  Cwi—Cbw

Coating White ground White 
imprimatura

Resin oil varnish Linseedoil varnish Resin oil colour Egg tempera Beeswax

ac

[

10−15 kg·m

Pa·m2
·s

]

254.16 16.734 3.5341 26.053 5.5819 76.634 0.10314

bc[−] 3.3434 1.1696 0.8412 1.1183 2.0112 2.2415 5.3099

Table 12 Calculated single and total water vapour resistance and permeance for the coating system  Ctot obtained by the model and 
total water vapour resistance and permeance experimentally determined by the  Ctot specimens No. 41, 44 and 45

Modelling with parameters obtained by  Cwi—Crv Experiment  Ctot

PE frit White ground Egg tempera White impri-
matura

Oil colour Resin oil 
varnish

Total

Specimen no.

41 44 45

Mean RH [-] 0.94 0.94 0.93 0.87 0.79 0.50

δ

[

10−14 kg·m

Pa·m2
·s

]

613 76 5 3.1 0.56

W

[

10−10 kg

Pa·m2
·s

]

45 152 87 9.5 8.8 1.7 1.2 0.6 0.5 0.6

Z

[

107 Pa·m2
·s

kg

]

22.1 6.59 11.5 105 114 608 867 1760 2020 1680
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As can be seen in Fig.  11b, the quantity of the total 
permeance at comparable climate boundary condi-
tions generally decreases by applying further layers and 
increasing thickness. Unexpectedly, the permeance is 
increasing after applying the second layer (hardwhite 
in  I2). The reason for this is not clear to the authors. 
Probably the production technique (dapping the hard-
white into the freshly applied sizing layer, see  "Perme-
ability test specimens for the I-series" Section) changes 
the composite leading to a new composite different 
to the sizing material. The strongest resistance gain is 
obtained by the application of the paint layer and olifa 
in  I4. By applying the varnish,  Itot has, finally, the low-
est relative and absolute permeability, compared to the 
substeps  I1-I4.

For the total coating system composite  Itot, the mois-
ture dependency is analysed by tests in three different 

climates. In the diagrams on the right of Fig. 11a and b, 
the RH-dependent permeability is shown, including the 
fitted exponential functions (Eqs.  (7) and (8)) with the 
parameters given in Table 15.

Although the total coating system is dependent on the 
material parameters of the single layers, their transition 
zones in between and the thickness fractions, a relative 
permeability of the total coating system δtot in every 
subtep is given. This approach assumes a coating system 
characteristic, which allows further material modelling 
with specific slightly differing thicknesses of coating 
systems within the numerical analysis of such objects by 
assuming constant thickness fractions of the single layers. 
However, this cannot be taken as a general assumption. 
The permeance is guided by the most resistant layer 
rather than the total thickness of the whole coating 
system. In case of unknown thicknesses of the single 
layers and the quality of the transition zones, it is rather 
recommended by the authors to model the permeance, 
i.e. the absolute permeability, without considering 
the layers’ thickness fractions with the RH-dependent 
function of

Conclusions and Outlook
An investigation of coating systems used for a histori-
cal cupboard, a panel painting of L. Cranach the Elder 
and a Russian icon are conducted. As an outcome of this 
investigation, characteristic coatings are identified and 
tested with respect to their permeability. The perme-
ability properties are analysed using the cup method. 
The measured vapour flow density is translated into a 

(8)Wtot(RH) = aW · ebW ·RH

Table 13 Permeability and permeance and associated relative humidity of the coatings  I1 –  I4 from the I-series calculated from the 
measured g (RH 0% / 50%)

Coating Specimen no. ttot[µm] RH[%] δ
[

kg·m

Pa·m2·s

]

W
[

kg

Pa·m2·s

]

I1: S + T 46 150 29.9 1.19 · 10−13 7.96 · 10−10

47 100 30.1 8.40 · 10−14 8.40 · 10−10

48 120 28.9 7.22 · 10−14 6.02 · 10−10

49 120 30.2 1.04 · 10−13 8.69 · 10−10

I2: S + T + H 50 150 30.5 1.39 · 10−13 9.27 · 10−10

51 200 31.0 2.07 · 10−13 1.04 · 10−09

I3: S + T + H + Pr 52 800 29.5 5.76 · 10−13 7.21 · 10−10

53 950 29.9 7.56 · 10−13 7.96 · 10−10

I4: S + T + H + Pr + Pa + O 54 850 25.4 4.73 · 10−14 5.57 · 10−11

55 950 25.4 5.11 · 10−14 5.38 · 10−11

56 880 25.4 5.25 · 10−14 5.97 · 10−11

57 950 25.4 5.66 · 10−14 5.95 · 10−11

Table 14 Permeability and permeance and associated relative 
humidity of the coatings  I5 (S + T + H + Pr + Pa + O + V) from the 
I-series calculated from the measured g

Climate ttot[µm] RH[%] δ
[

kg·m

Pa·m2·s

]

W
[

kg

Pa·m2·s

]

RH 0% / 50% 58 930 25.4 4.59 · 10−14 4.94 · 10−11

59 820 25.3 3.35 · 10−14 4.09 · 10−11

60 790 25.3 3.50 · 10−14 4.43 · 10−11

RH 85% / 50% 64 870 66.6 2.23 · 10−13 2.56 · 10−10

65 800 66.7 1.84 · 10−13 2.30 · 10−10

67 890 66.5 2.61 · 10−13 2.94 · 10−10

RH 95% / 50% 61 880 70.3 5.93 · 10−13 6.74 · 10−10

62 690 70.8 3.68 · 10−13 5.34 · 10−10

63 970 71.0 4.26 · 10−13 4.40 · 10−10
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layer thickness dependent permeability parameter. Sev-
eral tests are conducted with different boundary condi-
tions. In this manner, the dependency on the humidity 
is observed. An exponential function is proposed to 
model the dependency of the permeability on the relative 
humidity using two parameters.

Within the investigation of single coating layers in the 
described C-series, the permeability values of the coat-
ings are compared to each other. For comparison, the 
model parameter a , representing dry material perme-
ability, can be used. The most impermeable coatings are 
beeswax and resin-containing coatings. White ground 

and egg tempera are relatively permeable. The param-
eter b of the model represents the moisture dependency 
of the permeability. The highest moisture dependency is 
observed for beeswax, followed by white ground, while 
the varnishes are relatively moisture independent.

The comparison of the results of the summarised single 
layer and those of the complete coating show differences in 
permeability. The permeability of the tested total coating 
system is half as large as the value calculated by the param-
eters of the single coatings. It is expected that this behav-
iour is related to the transition zones between the single 
layers in the total coating system. Also, a transition zone is 
identified between the painting and the supporting mate-
rial, which has to be considered when wood replaces the 
PE frit as the support.

The results of the I-series give selected mechanical and 
hygric characteristics of the coating system of a special 
type of Russian icon that enable a hygro-mechanical mod-
elling of these coatings within numerical analyses. The 
permeability results show the contribution after a stepwise 
manufacturing process of each additional layer application, 

(a)

(b)

Fig. 11 Comparison of the permeability of the coatings of the I-series: logarithmic boxplot of all investigated layers at cup tests RH 0% / 50%, and 
experimental values (o) and regression function of total coating system (-) at all cup tests of (a) the relative permeability δ and (b) permeance W

Table 15 Parameters a and b for the exponential function 
in Eqs. (7) and (8) for the total coating system of the icon  (Itot 
specimens)

Total permeability/
permeance

δtot=a · eb·RH Wtot=aW · ebW ·RH

a/aW 1.05 · 10−14 kg·m

Pa·m2
·s

1.25 · 10−11 kg

Pa·m2
·s

b/bW 5 5
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and the total humidity dependent permeability of the total 
coating system of such panel paintings in the style of Rus-
sian icons from the beginning of the twentieth century.

The permeability model parameters are applicable 
to model coated wooden objects’ surface emission and 
allow to simulate the structural behaviour including water 
vapour resistance of the coatings.

Further experiments in general and especially in higher 
humidity ranges are necessary to support the humidity 
dependent material modelling with more data and to 
enable an accurate approximation of the water vapour 
transport behaviour through the investigated layers.

To be able to determine the permeability of a complete 
coating system composite by the thicknesses and material 
characteristics of the single layers, further investigations 
are necessary for the properties of different coating 
compositions including the transition zones. As can be 
seen in this study, the water vapour resistance of a coating 
system cannot be obtained correctly by the summation 
of the resistances of the single coatings. Therefore, the 
interaction of coatings needs to be evaluated in order 
to draw conclusions about coating properties by the 
properties and thicknesses of the components.

Sorption, swelling and shrinking of the coatings as well 
as different failure phenomena of coating systems and 
their associated properties have to be investigated for the 
damage assessment.

All investigated specimens are tested at an age between 
one and six months after manufacturing. For many coating 
materials, an extensive ageing behaviour needs to be stated, 
see e.g. [4], especially the changing of the mechanical 
properties, like an increase of stiffness (hardening) and 
strength. The effect of ageing on the mechanical and hygric 
characteristics is open to investigation.

The achieved results will be applied in numerical analy-
ses of the herein presented objects in subsequent research. 
The goal is the risk assessment due to unappropriate cli-
matic conditions and the influence of abrupt climate 
changes using non-destructive numerical simulations.

Current coating systems for the increasing market of 
contemporary wooden structures in civil and mechani-
cal engineering and furniture fabrication but also historic 
coating systems are relevant for more detailed investi-
gations. The properties of coating systems will play an 
important role in the numerical analysis of historical 
artwork under climate loading and within preventive 
conservation.
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