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Abstract 

Paintings and painted objects are quite susceptible to degradation, as paint layers are usually composed of complex 
mixtures of materials that can participate in chemical degradation processes. The identification of the constituent 
materials in paint (including binders, pigments, and fillers) and the degradation products within paint layers is of 
particular importance to ensuring the conservation of paintings, by providing important information both about their 
material history as well as their state of conservation. Metal fatty acid salts (metal soaps) are degradation products that 
can form in situ from interactions between inorganic pigments and free fatty acids in oil-based binding media, and 
can cause significant condition issues in paintings. Fourier transform infrared (FTIR) spectroscopy is one of the leading 
analytical techniques for the study of metal soaps. In this article, the materials analysis of several cross-sections from 
paintings and painted objects from works in Canadian collections is presented. Recent results on the use of external 
reflection FTIR (R-FTIR) spectroscopy to identify and map the distribution of paint components and metal soap deg-
radation products is presented. In particular, zinc, lead, calcium, and copper fatty acid salts were all readily identified 
in paint cross-sections by R-FTIR spectroscopy, along with several pigments and the oil binding medium. The results 
shown here are among the first detailed examinations of these metal soaps in paint cross-sections using R-FTIR spec-
troscopy. The use of highly polished samples in which specular reflection is dominant allowed for spectral transforma-
tions to be applied to generate transmission/absorption-like spectra which facilitated identification of these species. 
The distribution of these species across the cross-sections was mapped by integrating characteristic absorption fea-
tures in the R-FTIR spectra. Attenuated total internal reflection (ATR) FTIR spectroscopy was also performed on several 
samples, which provided additional compositional details at the interface of paint layers and degradation products.
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Introduction
Works of art and cultural heritage objects are continu-
ously subjected to degradation processes that can signifi-
cantly compromise their integrity, function and aesthetic 
quality. Documenting the composition of these objects 
through detailed chemical and materials analysis is one 
of the first steps in ensuring their conservation, by pro-
viding important information both about their material 

history as well as their state of conservation. In the case 
of paintings and painted objects, paint layers are usu-
ally composed of complex mixtures of materials that can 
participate in chemical degradation processes. The iden-
tification of the constituent materials in paint (including 
binders, pigments, and fillers) and the degradation prod-
ucts within paint layers is of particular importance, as it 
can further our understanding of the chemical species, 
interactions, and mechanisms that are involved in these 
processes, inform treatment plans to address and target 
specific problems, advise on display and storage condi-
tions, and advance the knowledge of the materials and 
techniques of the artists who created the works.
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In the past several decades, the study of metal carboxy-
late salts (metal soaps) in paintings has garnered tremen-
dous attention in the art and conservation communities 
[1–3]. Although metal soaps are sometimes added to 
paints as extenders or processing aids (e.g. aluminum 
stearate) [4], they can also form in situ from interactions 
between inorganic pigments and free fatty acids in oil-
based binding media. Of particular concern, they have 
been shown to be mobile within the paint layers, and can 
lead to flaking, interlayer adhesion failure, and phenom-
ena such as protrusions and surface haze. The resulting 
structural and visual changes associated with their for-
mation and accumulation is of significant concern for the 
long-term stability and appearance of the objects, and a 
focal point for interventive conservation treatment.

Lead and zinc-based soaps have been extensively stud-
ied [5, 6], mostly owing to the prevalence of lead and 
zinc-based pigments in historical works of art and their 
reactivity towards fatty acids in oil paints. Other types of 
fatty acid salts have also been documented in oil paints, 
including aluminum, cadmium, calcium, copper, magne-
sium, and sodium. Of these, calcium soaps have recently 
been detected during analyses at the Canadian Conser-
vation Institute (CCI) in both paintings and architectural 
paints [7], and have been responsible for significant con-
ditions issues. Copper carboxylates are also well-doc-
umented, not only in the form of green copper resinate 
glazes (copper salts of resin acids), but also as soaps in oil 
paints applied to copper substrates [8].

The detailed characterization of metal soaps and their 
distribution within paint layers is of paramount impor-
tance if conservation intervention is to be successful. 
Fourier transform infrared (FTIR) spectroscopy is one of 
the leading analytical techniques for the study of metal 
soaps. Well-crystallized metal carboxylate salts give 
sharp, characteristic peaks in the mid-IR between ca. 
1500–1600  cm−1 depending on the specific metal cat-
ion and fatty acid [2, 9]. Ionomeric-type soaps, such as 
those often encountered in paint layers, give rise to broad 
absorption bands with obscured features that can make 
their definitive identification challenging. Further com-
plicating their analysis and identification is the presence 
of more than one type of metal soap (different fatty acids 
and/or metal cation), which leads to further broadening 
and spectral overlap. Analytical methods with high spec-
tral and spatial resolution are thus required to overcome 
these challenges and to properly characterize materials 
and objects containing metal soaps.

Cross-sectional samples of paint films offer a con-
venient platform on which analysis can be performed to 
identify the materials present in the layers of paint and 
how they relate to each other spatially. Infrared spectros-
copy and infrared chemical mapping directly on painting 

cross-sections are valuable techniques for analyzing the 
distribution of pigments, fillers, binders and degradation 
products in paint layers. The analysis of cross-sections in 
transmission/absorption, attenuated total internal reflec-
tion (ATR), and external reflection configurations have 
all been reported. The analysis and chemical mapping of 
thin sections in transmission/absorption configuration 
[10–16] can generate very good results; however, it is not 
always possible to prepare thin sections suitable for trans-
mission/absorption experiments from cultural heritage 
objects with varying porosity, friability, heterogeneity and 
relative hardness of the components [17]. The mapping 
of paint components in thick, resin-embedded cross-sec-
tions can be performed with ATR-FTIR [18–22], which 
involves simpler sample preparation than required for 
transmission/absorption and can also provide higher 
spatial resolutions. Contact of the internal reflecting ele-
ment with the sample during ATR-FTIR measurements 
can sometimes cause deformation and a certain degree of 
damage to the surface of the sample, as well as the pos-
sibility of sample displacement and a loss of registration 
with visible images; however, these challenges are gradu-
ally being overcome and ATR-FTIR mapping is increas-
ingly being used to investigate cultural heritage materials.

External reflection FTIR (R-FTIR) on thick, resin-
embedded cross-sections, in which contact with the 
sample is completely avoided, can also be used for the 
chemical mapping of paint components. R-FTIR map-
ping has been used to plot the distribution of paint com-
ponents in cross-sections from a polychrome sculpture 
[23], murals [24, 25], easel paintings [26–29], and a paint-
ing on glass [30]. In most of these articles, mapping has 
been limited to the binding medium, pigments, and cer-
tain fillers. The identification and mapping of metal soaps 
in paintings by R-FTIR has not been extensively studied; 
only a few reports were found in the literature on the 
analysis and mapping of lead soaps [27, 28]. Much less 
has been reported on the analysis of other metal soaps 
by R-FTIR, including zinc, calcium, and copper soaps. 
One major challenge in the R-FTIR analysis of paint lay-
ers is that the reflected signal is usually much weaker 
than those obtained in transmission/absorption or ATR-
FTIR, and is very dependent on factors such as surface 
roughness. Reflection spectra can give rise to spectral 
distortions that can hinder spectral interpretation and 
comparisons to standard transmission/absorption refer-
ence libraries. While spectral correction algorithms are 
available to generate transmission/absorption-like spec-
tra from reflection data, there is no consensus in the lit-
erature as to the validity of their application, especially in 
cases where both specular and diffuse components are 
present in the reflection signal, which would typically 
prevent the use of such corrections.
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This article describes the materials analysis of several 
cross-sections from paintings and painted objects from 
works in Canadian collections. Recent results on the use 
of R-FTIR spectroscopy to identify and map the distribu-
tion of paint components and especially metal soaps in 
cross-sections, including zinc, lead, copper, and calcium 
soaps, are presented. The results shown here are among 
the first detailed examinations of these metal soaps in 
paint cross-sections using R-FTIR spectroscopy. Addi-
tional surface polishing of prepared cross-sections was 
performed in order to maximize the specular reflec-
tance from the samples, and the use of Kramers–Kro-
nig spectral transformations (KKT) for the correction 
of reflection spectra is highlighted, and the results com-
pared to those obtained in transmission/absorption on 
unmounted fragments of the same samples. In several 
cases, additional analysis using ATR-FTIR mapping is 
also shown.

Experimental
Infrared spectroscopy and chemical mapping were per-
formed on samples from the following works: Equations 
in Space (1936) by Lawren Harris, L’Annonciation (1776) 
by Jean-Antoine Aide-Créquy, Le martyre de Saint-
Pierre de Vérone (mid-nineteenth century) by Théophile 
Hamel, and a ceremonial copper object (T’lakwa) from 
the Kwakwaka’wakw First Nation. Microscopic paint 
samples were removed from each work and prepared as 
cross-sections by mounting a fragment of each sample in 
polyester resin followed by grinding and polishing using 
standard petrographic techniques. A final wet polishing 
step using an aqueous slurry of 0.05 µm alumina particles 
was performed for each sample. The cross-sections were 
observed by incident light and fluorescence microscopy 
using a Leica DMRX microscope.

Gold–palladium reference mirrors for R-FTIR spec-
troscopy background measurements were deposited onto 
the surface of the polished polyester resin blocks using a 
Cressington 108 auto 7002-8 Sputter Coater. The cross-
sections were masked with aluminum foil held in place 
with adhesive tape to prevent metal deposition onto 
the samples, and a single 60 s deposition cycle was per-
formed with a sputtering current of 40 mA.

External reflection FTIR (R-FTIR) spectroscopy, 
undertaken at the Canadian Light Source synchrotron 
facility, was performed on the mounted cross-sections 
using an Agilent Cary 670 FTIR spectrometer and Cary 
620 microscope system with a 25× objective (NA = 0.82) 
and a 128 × 128 pixel liquid nitrogen cooled focal plane 
array (FPA) detector. This configuration allows a field 
of view of approximately 422.4  μm × 422.4  μm (3.3  μm 
pixel resolution/pixel area on the sample plane) and the 
simultaneous acquisition of 16,384 spectra. All spectra 

were collected between 3850 and 900 cm−1 with the co-
addition of 512 scans at 4 cm−1 resolution. Background 
spectra were collected on the gold–palladium reference 
mirrors once before every sample. Chemical mapping 
was performed using Agilent Resolutions Pro 5.4 soft-
ware. Single point spectra were compiled for each sam-
ple, and the false-colour intensity distributions of select 
compounds were generated according to the integrated 
absorbance of their characteristic spectral band(s). For 
all samples, Kramers–Kronig (KKT) corrections were 
applied to the R-FTIR spectra using Resolutions Pro. A 
colour scale from high value (white, red) to low value 
(blue) is employed.

For certain samples, ATR-FTIR spectroscopy and map-
ping was also performed on the mounted cross-sections 
using the Agilent Cary system with a Ge ATR crystal 
and a 64 × 64 pixel liquid nitrogen cooled FPA detector. 
This configuration allows a field of view of approximately 
70.4 μm × 70.4 μm (1.1 μm pixel resolution/pixel area on 
the sample plane) and the simultaneous acquisition of 
4096 spectra. All spectra were collected between 3850 
and 900 cm−1 with the co-addition of 512 scans at 4 cm−1 
resolution. Background spectra were collected in air once 
before every sample. The ATR crystal was brought into 
contact with the area of interest on the cross-section and 
the contact pressure was manually adjusted in order to 
optimize the signal intensity. Chemical mapping was per-
formed using the same software as for R-FTIR.

Select paint layers were previously analyzed at the 
Canadian Conservation Institute (CCI) either directly on 
embedded cross-sections or as individual layers mechan-
ically separated from unmounted paint fragments, using 
one or more of the following techniques: FTIR spec-
troscopy (in transmission/absorption mode), Raman 
spectroscopy, scanning electron microscopy/energy dis-
persive spectrometry (SEM/EDS), polarized light micros-
copy (PLM), and pyrolysis–gas chromatography–mass 
spectrometry (Py–GC–MS). The results of these previous 
analyses will only briefly be discussed here. For compara-
tive FTIR spectra obtained in transmission/absorption 
mode, the samples were positioned on a diamond micro-
sample cell and analyzed using a Bruker Hyperion 2000 
microscope interfaced to a Tensor 27 spectrometer.

Results
Equations in Space (1936) by Lawren Harris
The oil on canvas painting Equations in Space by Group 
of Seven member Lawren Harris in the collection of the 
National Gallery of Canada (Accession number 15673) 
exhibits cracking, lifting and flaking of the paint, as well 
as disfiguring protrusions that have broken through the 
paint surface in some areas. A cross-section of a sample 
from the painting (Fig.  1) clearly shows the presence of 
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a translucent, waxy protrusion (1) beneath a thin blue-
black layer (2) and an upper blue paint layer with red par-
ticles (3). Analysis of unmounted fragments of the sample 
determined that the protrusion (1) is composed primarily 
of zinc soaps with small quantities of free fatty acids and 
drying oil, and that the upper blue paint (3) contains lead 
white, Prussian blue, cobalt blue, and vermilion in a dry-
ing oil medium. Paint layers above the ground layers (not 
shown in the cross-section in Fig. 1) were found to con-
tain a high concentration of zinc white and zinc soaps, 
and are undoubtedly the source of zinc in the protrusion 
[9].

A representative R-FTIR spectrum (KKT-corrected, 
3200–900 cm−1) of a spot in the protrusion is shown in 
Fig. 2a. The spectrum shows a series of sharp peaks char-
acteristic of zinc soaps, including a split carboxylate dou-
blet at 1550 and 1533 cm−1, and a low intensity carbonyl 
peak at 1739 cm−1 attributed to glycerol esters of drying 
oil. The KKT-corrected R-FTIR spectrum is very similar 
to the transmission/absorption FTIR spectrum obtained 
on an unmounted fragment of the protrusion removed 
from the same sample (Fig. 2b). Similar carboxylate peak 
splitting has been reported in other works containing 
zinc soaps [6, 31]. The peak splitting is due to a change 
in symmetry around the zinc cation compared to the 
bridging bidentate tetrahedral structure observed in syn-
thesized zinc salts of saturated fatty acids. This could be 
caused by either a different coordination geometry or by 
a distortion of the tetrahedral structure around the zinc 
cation [9]. It has been hypothesized that the presence of 
mixed or hydrated soaps could prevent a compact pack-
ing configuration and lead to peak splitting [32]. Further 
work would be required to elucidate the mechanism of 

formation of the protrusion and the structure of zinc 
soaps showing this type of peak splitting.

The distribution of zinc soaps, obtained by integrating 
the zinc carboxylate bands between 1565 and 1516 cm−1, 
is shown in Fig. 2c. The results show that the soaps are 
localized entirely within the protrusion. The soaps are 
not present to any significant extent in the upper paint 
layers. The concentration of zinc soaps appears to be 
relatively uniform across the bulk of the protrusion, and 
then abruptly drops towards its edges.

External reflection FTIR (R-FTIR) spectra of the top 
blue paint layer (3) (not shown) showed the presence of 
lead white and Prussian blue. The distribution of lead 
white, obtained by integrating the broad carbonate band 
centered at 1441  cm−1, is shown in Fig.  2d. The image 
shows a high concentration of lead white in the upper 
blue paint layer (3), and a region of lower concentration 
between layer 3 and the zinc soap protrusion which may 
correspond to the thin blue-black layer (2). The distribu-
tion of Prussian blue, obtained by integrating its charac-
teristic absorption peak at 2064 cm−1, is shown in Fig. 2e. 
The results show that the blue pigment is present in both 
layers 2 and 3.

ATR-FTIR spectroscopy and imaging were also per-
formed on a smaller area of the cross-section to further 
examine the composition of the protrusion at the inter-
face with the upper layers of paint. The area analyzed is 
shown within the red square in Fig. 1a. A representative 
ATR-FTIR spectrum of a point at the interface of the 
paint and the protrusion (Fig. 3a) shows the presence of 
Prussian blue (2090  cm−1), drying oil (1735  cm−1), zinc 
carboxylates (1548 and 1529 cm−1) and a broad carbon-
ate band from lead white (centered at ca. 1398 cm−1). The 

Fig. 1 Micrographs of the cross-section prepared from Equations in Space. a Incident light image. b Fluorescence image (blue excitation). The area 
analyzed by ATR-FTIR is shown within the red square in (a). Representative single-point spectra discussed in the text were taken from spots within 
the red circles
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distribution of lead white and Prussian blue, obtained by 
integrating their absorption peaks in the ATR-FTIR spec-
trum, is shown in Fig. 3b, c. The localization of these pig-
ments within layers 2 and 3 is consistent with the results 
obtained by R-FTIR mapping, and clearly defines the 
boundary between the paint and the underlying protru-
sion. In a similar manner, the distribution of zinc soaps 
(Fig. 3d) also shows a defined interface between the pro-
trusion and upper paint layers; the soaps are not pre-
sent in significant concentrations in the layers of paint. 
On the other hand, integration of the carbonyl band at 
1735  cm−1 associated with the glycerol esters in drying 
oil (as well as a shoulder at ca. 1705 cm−1 from carboxylic 
acid groups) (Fig. 3e) shows that the oil is not only pre-
sent in the paint layers, but is also present in minor quan-
tities within the outer edge of the protrusion. Certain 
areas in the protrusion at the interface with the upper 
paint layers show differences in the carboxylate band 
(Fig.  3f; spot 1 and spot 2 are shown in Fig.  3d); some 
areas have a single peak centered at 1535  cm−1, while 
others have the same split peak observed in the bulk of 
the protrusion. This suggests that there are differences in 

the symmetry around the zinc cation near the interface 
between the protrusion and the paint.

L’Annonciation (1776) by Jean‑Antoine Aide‑Créquy
The painting L’Annonciation by Jean-Antoine Aide-
Créquy is an oil on canvas in the collection of the Fab-
rique de Notre-Dame de Bonsecours de l’Islet, in l’Islet, 
Quebec, Canada. While the painting was undergoing 
conservation treatment, cross-sections were taken for 
analysis to determine the materials and technique of 
the artist [33]. In one cross-section, taken from the dark 
green background of the painting, a large waxy protru-
sion was observed at the top of the sample. The cross-
section (Fig. 4) shows a red ground layer (1), a dark green 
paint layer (2), and the waxy protrusion (3). Analysis of 
unmounted fragments of the sample indicates that the 
protrusion is composed primarily of lead soaps with 
small amounts of lead white and drying oil. The under-
lying paint layers were not fully characterized, but were 
found to contain lead (possibly from lead white or a lead-
based drier), iron, calcium, silicon, and aluminum by 
SEM/EDS. It is possible that the lead-based component 

Fig. 2 Equations in Space. a Representative KKT-corrected R-FTIR spectrum of a spot in the protrusion (layer 1). b Transmission/absorption spectrum 
of an unmounted fragment of the protrusion. c Distribution of zinc soaps obtained by integrating the zinc carboxylate peaks in the R-FTIR 
spectrum (1565–1516 cm−1). d Distribution of lead white obtained by integrating the carbonate band in the R-FTIR spectrum (1551–1351 cm−1). e 
Distribution of Prussian blue obtained by integrating the cyano absorption peak in the R-FTIR spectrum (2112–2014 cm−1)
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Fig. 3 Equations in Space. a Representative ATR-FTIR spectrum from a spot near the interface of the protrusion and the upper paint layers. b 
Distribution of lead white obtained by integrating the carbonate band in the ATR-FTIR spectrum (1485–1271 cm−1). c Distribution of Prussian 
blue obtained by integrating the cyano peak in the ATR-FTIR spectrum (2130–2048 cm−1). d Distribution of zinc soaps obtained by integrating 
the zinc carboxylate peaks in the ATR-FTIR spectrum (1568–1505 cm−1). e Distribution of drying oil obtained by integrating the carbonyl band 
in the ATR-FTIR spectrum (1789–1676 cm−1). The black line demarks the approximate interface between the protrusion and the paint layers. f 
Representative ATR-FTIR spectra of spots 1 and 2 shown in (d)
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in the dark green paint layer is the source of lead in the 
protrusion.

A representative R-FTIR spectrum (KKT-corrected, 
3200–900 cm−1) of an area near the surface of the protru-
sion is shown in Fig. 5a. The spectrum shows a mixture of 
lead white with peaks at 1405 and 1045 cm−1 and a sharp 
peak at 1519  cm−1 characteristic of lead carboxylates. 
The KKT-corrected R-FTIR spectrum is in very good 
agreement with the transmission/absorption spectrum 
from an unmounted sample of the protrusion (Fig.  5b). 
A KKT-corrected R-FTIR spectrum from a spot further 
into the bulk of the protrusion (Fig.  5c) shows that the 
area is composed almost entirely of lead carboxylates, 
with a small carbonyl peak from drying oil as well. There 
are no bands associated with lead white in this area. The 
presence of areas composed almost entirely of lead soaps 
in the protrusion could not be ascertained from trans-
mission/absorption spectra on samples removed from 
the protrusion, likely owing to the specific material sam-
pled for analysis in transmission/absorption mode and 
the heterogeneity of the protrusion. This highlights the 
usefulness of FTIR spectroscopy directly on cross-sec-
tions to obtain compositional information on very small 
size scales or in layers with a heterogeneous composition.

The distribution of lead soaps, obtained by integrat-
ing the carboxylate band at 1519  cm−1, is shown in 
Fig. 6a. The results show a high concentration of soaps 
near the interface of the protrusion with the underly-
ing paint layers, as well as smaller quantities extending 
towards the surface of the protrusion. The soaps do not 
appear to extend all the way to the surface of the pro-
trusion, but gradually decrease in concentration as the 
distance from the paint/protrusion interface increases. 
As well, the lead soaps do not extend significantly below 
the protrusion into the dark green paint layer or into 
the red ground. The presence of the lead soaps at the 
interface with the underlying paint layer is consistent 
with the lead-based component in the dark green layer 
being the source of the soaps. Integration of the broad 
carbonate band at 1405 cm−1 shows the distribution of 
lead white (Fig. 6c); it is present in small amounts in the 
underlying paint layers, and in much higher concentra-
tions in the protrusion, especially near the surface. The 
presence of high concentrations of lead white at the 
surface of the protrusion could be attributed to miner-
alization processes inside the lead soap aggregate, with 
atmospheric  CO2 being the carbonate source [27, 34].

A small area of the cross-section was also analyzed 
by ATR-FTIR to further examine the composition at 
the interface of the protrusion with the paint layers. 
The area analyzed is shown within the red square in 
Fig.  4a. ATR-FTIR spectra from different areas within 

the whitish protrusion (not shown) were similar to 
those obtained in reflectance. The distribution of lead 
soaps and lead white obtained from the integration of 
their respective absorption bands in the ATR-FTIR 
spectra are shown in Fig. 6b, d, and show similar results 
as above. The lead soaps are present in highest concen-
tration within the protrusion near the interface with 
the underlying paint layers (shown as the narrow red-
colored band in Fig.  6b). The chemical mapping with 
ATR-FTIR also clearly shows that the lead soaps do not 
extend into the lower brown paint layer, and that their 
concentration abruptly drops at the interface between 
the protrusion and the dark green layer.

Le martyre de Saint‑Pierre de Vérone (mid‑nineteenth 
century) by Théophile Hamel
The painting Le martyre de Saint-Pierre de Vérone is an 
oil on canvas in the collection of the Musée national des 
beaux-arts du Québec (Accession number 2013.21). The 
painting was undergoing conservation treatment aimed 
at addressing significant paint delamination and losses. 
In some of the losses, a translucent brown/beige mate-
rial was present under the ground layers. A cross-section 
from an area with significant paint losses (Fig. 7) shows 
this brownish translucent layer (1) beneath two white 
ground layers (2 and 3), a blue paint layer (4), a gray layer 
(5) and a thin dark layer on the surface, likely dirt (6). 
Analysis of unmounted paint fragments showed that the 
bottom brownish layer is composed primarily of calcium 
soaps, and that the ground layers are composed of cal-
cium carbonate and lead white [7].

A representative KKT-corrected R-FTIR spectrum 
(1900–1100  cm−1) of a spot in the lower translucent 
brown layer (1) is shown in Fig. 8a. The spectrum shows 
a series of sharp peaks characteristic of calcium soaps, 
including the carboxylate peaks at 1578 and 1542 cm−1. 
Again, the KKT-corrected R-FTIR spectrum is very 
similar to the transmission/absorption FTIR spectrum 
obtained on a sample of the brown material removed 
from within a loss on the painting (Fig.  8b). KKT-
corrected R-FTIR spectra of areas in the two white 
ground layers (not shown) were consistent with results 
obtained in transmission/absorption, dominated by a 
very broad carbonate band from calcium carbonate and 
lead white. In certain areas of the second ground layer, 
however, the R-FTIR spectrum shows a distinct peak at 
1518  cm−1 characteristic of lead soaps (Fig.  8c). Lead 
soaps were not identified in the FTIR transmission/
absorption spectrum of an unmounted fragment of 
this layer (Fig.  8d), in which only dominant carbonate 
species were detected. This again highlights the abil-
ity of FTIR spectroscopy on cross-sections to identify 
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Fig. 5 L’Annonciation. a Representative KKT-corrected R-FTIR spectrum of a spot near the surface of the protrusion (layer 3). b Transmission/
absorption spectrum of an unmounted fragment of the protrusion. c KKT-corrected R-FTIR spectrum of a spot in the bulk of the waxy protrusion 
(layer 3)

Fig. 4 Micrographs of the cross-section prepared from L’Annonciation. a Incident light image. b Fluorescence image (blue excitation). The area 
analyzed by ATR-FTIR is shown within the red square in (a). Representative single-point spectra discussed in the text were taken from spots within 
the red circles
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localized species in heterogeneous layers, even those 
present in low concentrations.

The distribution of calcium soaps, obtained by inte-
grating the calcium carboxylate band at 1578  cm−1, 
is shown in Fig.  9a. Only the higher energy calcium 
carboxylate peak was used for integration in order to 
minimize spectral overlap with bands from lead car-
boxylates. The results illustrate that the calcium soaps 
are localized entirely within layer 1 in the right hand 
portion of the layer. Integration of the lead carboxylate 
band centered at 1518 cm−1 shows the presence of lead 
soaps throughout layer 3 (Fig. 9b), and possibly in minor 
quantities in the grey paint layer (5) and at the interface 
between layers 1 and 2. Interestingly, Fig. 9b shows that 
the lead soaps are almost completely absent from the 
first ground layer (2) as well as the blue paint layer (4), 
even though both of these layers were found to contain 
major quantities of lead by SEM/EDS elemental analysis 
and previous analysis by FTIR spectroscopy confirmed 
that layer 2 contains drying oil and lead white.

Ceremonial copper object (T’lakwa) 
from the Kwakwaka’wakw First Nation
Prior to conservation treatment, a painted Kwakwaka’wakw 
First Nations ceremonial copper object (T’lakwa) from 
the Pacific Northwest in Canada exhibited significant 
cracking and lifting of the black paint, which had flaked 
off in several areas. The object was in a fire while on 
exhibit at the U’mista Cultural Centre in Alert Bay, Brit-
ish Columbia. Although it was not directly burned or 
damaged by water from the fire suppression system, it 
was exposed to high heat, soot, and steam for several 
hours. Analysis of unmounted fragments of the black 
paint identified a mixture of traditional materials, includ-
ing fat, oil, resin, charcoal, and calcium carbonate, as well 
as appreciable amounts of fatty acid salts, including cal-
cium and copper soaps. A fragment of the delaminated 
paint was prepared as a cross-section (Fig.  10), which 
shows a distinct thick white/beige layer between two lay-
ers of black paint.

Fig. 6 L’Annonciation. a Distribution of lead soaps obtained by integrating the lead carboxylate peak in the R-FTIR spectrum (1576–1480 cm−1). 
b Distribution of lead soaps obtained by integrating the lead carboxylate peak in the ATR-FTIR spectrum (1557–1475 cm−1). c Distribution of lead 
white obtained by integrating the carbonate band in the R-FTIR spectrum (1484–1325 cm−1). d Distribution of lead white obtained by integrating 
the carbonate band in the ATR-FTIR spectrum (1472–1265 cm−1)
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Fig. 8 Le martyre de Saint-Pierre de Vérone. a Representative KKT-corrected R-FTIR spectrum of a spot in the bottom translucent brown layer (layer 1). 
b Transmission/absorption spectrum of an unmounted fragment of the translucent brown layer. c Representative KKT-corrected R-FTIR spectrum of 
a spot in the upper ground layer (layer 3). d Transmission/absorption spectrum of an unmounted fragment of the upper ground layer

Fig. 7 Micrographs of the cross-section prepared from Le martyre de Saint-Pierre de Vérone. a Incident light image. b Fluorescence image (UV 
excitation). Representative single-point spectra discussed in the text were taken from spots within the red circles
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The cross-section was analyzed by R-FTIR spectros-
copy; the area analyzed is shown within the red square 
in Fig. 10a. Representative KKT-corrected R-FTIR spec-
tra (3200–900 cm−1) of different spots in the beige layer 
are shown in Fig.  11a, b. The reflectance spectrum of 
an area analyzed in the upper portion of the beige layer 
(Fig.  11a) shows peaks corresponding to calcium soaps, 
including the carboxylate peaks at 1576 and 1541 cm−1. 
The spectrum of an area in the lower portion of the 
beige layer (Fig.  11b) shows sharp peaks corresponding 
to copper soaps, including the carboxylate peaks at 1593 
and 1544 cm−1. The carboxylate region of the spectra is 
shown in greater detail in Fig.  11c. The KKT-corrected 
R-FTIR spectra are similar to transmission/absorption 

FTIR spectra obtained on different fragments of the beige 
material, in which both calcium and copper carboxylates 
were identified (Fig. 11d).

The distribution of the two soap species, obtained by 
the integration of their respective carboxylate bands, 
is shown in Fig.  12a (calcium) and b (copper). In order 
to determine the spatial distribution of these different 
metal soaps, narrow spectral windows were used for the 
integration to avoid spectral overlap. The images show 
that the beige layer is composed of regions with high 
concentrations of calcium soaps and other regions with 
high concentrations of copper soaps. In fact, the distri-
bution of the two species within the beige layer seems 
to be inversely related; in areas with high calcium soap 

Fig. 9 Le martyre de Saint-Pierre de Vérone. a Distribution of calcium soaps obtained by integrating the high energy calcium carboxylate peak in 
the R-FTIR spectrum (1612–1560 cm−1). b Distribution of lead soaps obtained by integrating the lead carboxylate peak in the R-FTIR spectrum 
(1561–1485 cm−1)

Fig. 10 Micrographs of the cross-section prepared from the T’lakwa painted copper. a Incident light image. b Fluorescence image (blue excitation). 
The area analyzed by R-FTIR is shown within the red square in (a). Representative single-point spectra discussed in the text were taken from spots 
within the red circles
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Fig. 11 T’lakwa painted copper. a Representative KKT-corrected R-FTIR spectrum of a spot in the upper portion of the beige layer. b Representative 
KKT-corrected R-FTIR spectrum of a spot in the lower portion of the beige layer. c Details of the metal carboxylate region of the spectra shown in (a, 
b). d Transmission/absorption spectra of different unmounted fragments of the beige layer

Fig. 12 T’lakwa painted copper. a Distribution of calcium soaps obtained by integrating the calcium carboxylate peak in the R-FTIR spectrum 
(1585–1563 cm−1). b Distribution of copper soaps obtained by integrating the copper carboxylate peak in the R-FTIR spectrum (1625–1585 cm−1)
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concentration, the copper soap concentration is very low; 
in areas with high copper soap concentration, the cal-
cium soap concentration is very low. This suggests that 
the metal soaps form small clusters within the beige layer, 
as opposed to a homogenous mixture. In addition, the 
images show that while calcium soaps are also located 
in the upper black paint layer, the copper soaps are pre-
sent only in the beige layer and the bottom black paint 
layer, likely owing to their closer proximity to the copper 
substrate.

Discussion
The case studies presented here show that R-FTIR and 
ATR-FTIR spectroscopy directly on cross-sectional 
paint samples allowed for the identification of several 
pigments, the oil binding medium, and especially metal 
soap degradation products. Zinc, lead, calcium, and cop-
per fatty acid salts were all readily identified in the exam-
ples shown. While previous articles have also shown the 
identification and mapping of drying oil and pigments 
by R-FTIR spectroscopy [23–30], the results shown 
here are among the first detailed examinations of these 
metal soaps in paint cross-sections using R-FTIR. The 
use of a focal plane array (FPA) detector provided reso-
lution close to the diffraction limit, and allowed for the 
mapping of these species across entire cross-sections. In 
several cases, the high spatial resolution allowed for the 
identification of species that were not detected in single 
point transmission/absorption spectra of unmounted 
fragments of the same samples, highlighting the useful-
ness of FTIR spectroscopy directly on cross-sections to 
obtain compositional information on these very small 
size scales, even of species present in low concentration.

A significant challenge in external reflection FTIR 
spectroscopy is the generation of both specular and dif-
fuse reflection from sample surfaces and the resulting 
spectral distortions that accompany these phenomena. 
In these cases, spectral corrections cannot be applied, 
and the reflection spectra are quite challenging to inter-
pret and cannot readily be compared to standard trans-
mission/absorption reference databases. Several articles 
have reported chemometric methods including princi-
pal component analysis to map paint components using 
uncorrected reflectance spectra [23, 24, 35]. However, as 
shown here, the use of highly polished samples in which 
specular reflection is dominant can allow for KKT spec-
tral transformations to be applied to generate transmis-
sion/absorption-like spectra, which significantly facilitate 
the identification of the components in the paint layers. 
In fact, in most of the examples shown here, the KKT-
corrected R-FTIR spectra were almost indistinguish-
able from transmission/absorption spectra. Not all paint 
samples may be suitable for the substantial amount of 

polishing required to produce the smooth surfaces that 
give rise to predominantly specular reflection. However, 
as shown here, this method seems very well suited for 
mapping of metal soaps.

In the examples where ATR-FTIR was also performed, 
the spectra were very similar to those obtained in exter-
nal reflectance. Although the specific instrumental con-
figuration used for this study was restricted to a much 
smaller field of view, the ATR mapping results were very 
useful, especially to provide compositional details at the 
interface of paint layers and degradation products, due 
to the slight increase in magnification and improved spa-
tial resolution created by using the Ge ATR element. In 
particular, in the cross-section prepared from the paint-
ing Equations in Space, results from ATR-FTIR mapping 
show differences in the zinc carboxylate band near the 
interface between the paint and the protrusion. For cer-
tain samples, shifting and tilting of the sample-embed-
ding resin blocks upon contact with the ATR crystal 
prevented the acquisition of reliable spectra. Neverthe-
less, with improved sample preparation techniques these 
challenges can surely be overcome.

Conclusion
External reflection FTIR spectroscopy was performed on 
several cross-sections from paintings and painted objects 
from works in Canadian collections to identify and map 
the distribution of paint components and metal soap deg-
radation products. Zinc, lead, calcium, and copper fatty 
acid salts were all readily identified, along with numerous 
pigments and the oil binding medium. The results shown 
here are among the first detailed examinations of these 
metal soaps in paint cross-sections by R-FTIR spectros-
copy. The use of highly polished samples in which spec-
ular reflection is dominant allowed for KKT spectral 
transformations to be applied to generate transmission/
absorption-like spectra which facilitated identification 
of these species. ATR-FTIR spectroscopy was also per-
formed on several samples, which provided additional 
compositional details at the interface of paint layers and 
degradation products.
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