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Abstract 

The aim of this study is to gain specific information on the water vapour interaction with archaeological and ethno-
graphic birch bark. Water is involved in a number of curative and preventive conservation measurements e.g. when 
re-shaping or drying objects and when defining climate directives for long-term storage. We measured the sorption 
isotherm of archaeological, ethnographic and contemporary birch bark at different temperatures and analysed the 
moisture-induced size and shape changes (swelling, shrinkage, deformation) during humidification and drying. The 
analysis revealed that, compared to other organic materials like wood, the moisture uptake of outer birch bark is mod-
est. This can be attributed to the cell structure and composition: outer birch bark is composed of closed cells made 
to a large extent of hydrophobic components (suberin, lignin). The equilibrium moisture content is higher if lenticels 
or inner bark are present. The extent of brittleness and delamination of the sample influences the sorption behav-
iour: the less brittle and delaminated archaeological birch bark is, the lower the equilibrium moisture content (EMC). 
Since the moisture uptake is modest, the related swelling of the outer bark is also modest, but anisotropic due to the 
cellular arrangement. Swelling is largest in the radial direction, smaller in longitudinal and negligible in tangential 
direction. Water vapour can plasticize birch bark and as birch bark becomes flexible, it bends towards the outside of 
the bark. This deformation takes place at high moisture contents and the adsorption process is slow. Based on these 
results recommendations on how best to perform treatments involving moisture and on relative humidity ranges for 
birch bark objects are provided.
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Conservation relevance
Birch bark is a naturally water-repellent organic mate-
rial used for containers, fishing equipment and mats 
from Neolithic times until nowadays by indigenous and 
hunter-gatherer populations.

Objects are in a perishable condition when found wet 
[1, 2] and are often misshapen [3–6] due to an inbuilt 
tension of the material [7, 8]. They might also show 
delamination and increased brittleness [1, 9, 10]. In 
order to preserve the artefacts preventive and curative 

conservation is needed. Preventive conservation involves 
the setting of relative humidity targets to avoid deforma-
tions, mould growth and chemical degradation. Curative 
treatments involve water in a number of cases. Birch bark 
objects may be humidified with water vapor at room or 
higher temperature in order to soften them during re-
shaping [7]. They might also be frozen for short-term 
preservation or dried with [2] and without a pre-con-
solidation [11]. Drying is performed with a general hesi-
tation as it known to cause shrinkage and distortion in 
waterlogged wooden objects [12, 13]. How far birch 
bark objects might swell, shrink and deform is expected 
to depend on the amount of moisture absorbed by the 
bark and on its preservation condition, namely brittle-
ness and delamination. The amount of moisture absorbed 
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or released by the bark is characterized by the sorption 
isotherm being the equilibrium moisture content (EMC) 
at different humidity values and constant temperature. 
The sorption isotherm of birch bark has been measured 
on freshly harvested samples but never on archaeological 
samples. Furthermore, the swelling, shrinkage and defor-
mation of outer birch bark during wetting and drying has 
never been published. In this article we fill this gap by 
presenting first measurements of sorption isotherms as 
well as swelling and shrinkage of birch bark on a number 
of archaeological and ethnographic samples.

The material birch bark: macroscopic 
and microscopic structure and chemical 
composition
The portion of birch bark used to manufacture objects is 
the outer bark, in botany called the phellem layer, in plain 
language cork. The phellem prevents the birch tree from 
transpiration, it isolates it from heat, sun-radiation and 
cold [14] and protects it from the penetration of parasites 
[15]. Both chemical composition and phellem anatomy 
determine the moisture adsorption properties.

Phellem
The phellem is made of cells formed each year from May 
to August [16] by a thin layer of active cells, the phello-
gen or cork cambium, present between the inner and the 
outer bark (Fig. 1). Cells in the phellem are organized in 
bands of thin-walled cells and thick-walled cells that dif-
fer in the filling material of the cell lumen (Fig. 2, b and 

c). Both thick-walled and thin-walled cell walls contain 
suberin, a biopolymer made of polyaliphatic and poly-
phenolic parts connected by glycerol via ester bonds. As 
a consequence of the suberization of the cell walls these 
become impermeable and the cells die. Suberin makes 
36.2 wt% of the phellem total composition and together 
with the closed structure of the cells is responsible for 
the low water permeability of the phellem [17]. Lignin 
accounts for 14.3 wt% of the phellem composition and 
is found in the middle lamella and between the suberin 
molecules in the secondary cell walls [18] (Fig. 2c). Pol-
ysaccharides account for 10.3 wt% of the phellem com-
position while extractives accounts for 32.2 wt% and are 
located in the cell lumen [19]. In particular the thin-
walled cells are filled with betulin, a triterpene, while the 
thick-walled cells are filled with phenolic components.

The number of cell layers in each band depends on the 
phellem age and on the species. The freshly formed phel-
lem cells are pushed against the existing layers and, as 
the tree circumference grows, they are pushed outwards, 
stretched in the tangential direction and compressed 
in the radial direction (Figs.  2b, 3) [7, 8] and eventually 
come off the tree. Both phellem thickness [20] and stiff-
ness [21] increase with age: the thickest outer bark can 
be found on the bottom of a tree. Generally, birch bark 
objects are made only from the phellem layer, as this can 
be easily removed from the trunk when the bark is har-
vested in spring and summer, the time when the phello-
gen is active. In this case the phelloderm and the phloem 
remain attached to the trunk (Fig. 4). Only if the bark is 

Fig. 1 Cross-section of a 5 year old birch twig (LM, 10x), stained with an aqueous solution of 0.5% toluidine blue O (w/v). a shows the inner and the 
outer bark, the vascular cambium and the xylem. b Detail of the outer bark (LM, 40x) on the right. The phellogen or cork cambium is responsible 
for the production of the outer bark cells and of the phelloderm. It produces phelloderm towards the inside, a layer of living non-suberized 
parenchyma cells and phellem towards the outside, a protective tissue made of dead cells of the same size as the phellogen. In this sample only 
two layers of thin-walled cells are present (arrows)
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Fig. 2 Betula phellem from a macroscopic to a microscopic scale. a Location of outer bark (phellem) on a birch trunk with typical horizontal 
lenticels. b Phellem layer consisting of thin-walled and thick-walled cells. During the growth of the trunk the outer layers are stretched in tangential 
direction and the thin-walled cells are compressed in radial direction (arrows). c Shape of the two cell-types with main chemical components. Note 
that they lie perpendicular to the long axis of the tree

Fig. 3 Radial section of contemporary birch bark harvested from a mature tree, stained with an aqueous solution of 0.5% toluidine blue O (w/v), 
LM 40x. Newly formed phellem layers are pushed outwards and pressed against existing layers causing folding of the thin-walled radial cell walls 
(arrows)
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harvested in winter will the phelloderm and the phloem 
stay attached to the phellem. Further, when manufactur-
ing objects, a portion of the white, outermost (oldest) 
layers of the phellem are usually removed since they are 
more brittle and more permeable to water and oxygen 
[22].

Phloem
The phloem and the phellem differ radically in func-
tion, orientation, anatomical structure and chemical 
composition. The function of the phloem is to transport 
sugars from the leaves to the roots of the plant, whose 
constituent parts are therefore mainly aligned in lon-
gitudinal direction. It is produced not by the phellogen 
but rather by the vascular cambium, which builds the 
phloem outwards and the secondary xylem (wood cells), 
inwards (Fig. 1). The phloem is a complex tissue consist-
ing of sieve tubes (open cells dedicated to the transport 
of nutrients), fibres, phloem parenchyma, sclerenchyma 
and ray parenchyma [23, 24]. Parenchyma are living thin-
walled cells of various functions, sclerenchyma are dead 
cells with a thick secondary lignified wall with a sup-
port function and rays are the continuation of rays of the 

xylem. The phloem can also produce additional cells. Pol-
ysaccharides, such as cellulose constitute 43 wt% of the 
phloem chemical composition, lignin 32.2 wt%, suberin 
13.2 wt% and various extractives 8.1 wt% [19].

Gas and water exchange between the internal tissues of 
the stem and the environment is allowed through pores 
in the phellem called lenticels (shown in Fig. 4) that visu-
ally characterize the birch bark surface. Lenticels are 
fanned out bands of cell layers made of continuous bands 
of thick-walled cells and disrupted bands of thin-walled 
cells.

Phelloderm
The phellogen produces phelloderm towards the inside, 
a layer of living non-suberized parenchyma cells. The 
phellogen produces phellem towards the outside, a pro-
tective tissue made of dead cells of the same size as the 
phellogen.

Interaction of birch bark with water
Different authors [24–30] investigated the sorption 
behaviour of freshly harvested birch bark, mostly in stud-
ies on the influence of the addition of bark material to the 

Fig. 4 Harvesting of the bark from a birch tree in summer. On the top the characteristic white outer birch bark (phellem) and the brown horizontal 
lenticels are visible (arrows). A vertical cut was made on the left to begin the removal of the phellem. The separation of the phellem took place 
along the phellogen and the green phelloderm stayed on the trunk. The lenticels are visible as impressions on the trunk. The red tone of the inner 
side of the phellem is visible on the right
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properties of wooden particleboards. Samples where the 
phloem is still attached to the outer bark are character-
ized by a high hygroscopicity, similar to wood [28], while 
samples where only the phellem is retained are charac-
terized by a four times smaller moisture content that has 
little dependency on the specific birch species. In Fig. 5 
the adsorption isotherms are reported. Kajita [30] meas-
ured the sorption isotherm at two temperatures, 20 and 
30  °C, and confirmed the well-known slight decrease of 
the EMC by increasing temperature observed in hygro-
scopic materials. Holmberg et al. [26] measured scanning 
isotherms in adsorption and desorption for Betula Papy-
rifera samples. The time needed to reach equilibrium at 
each step of the sorption isotherm depends on the sam-
ple thickness, preparation method and presence of air 
circulation in the surrounding environment. This study 
showed that for cuboidal samples with sizes of  ~ 2 mm3 
in a ventilated environment EMC is reached in approxi-
mately 8 h, where half of the weight loss is attained in the 
first 30 min during desorption.

An understanding of which component in the phellem 
adsorbs water is provided by the study of Schönherr and 
Ziegler [22] on samples of the bark of Betula Pendula 
Roth. Thin samples of the bark were clamped between 
two permeability cups filled with a 1%  AgNO3 water 
solution and infiltrated for 12 h. After exposure, samples 
were treated with hydrochloric acid to precipitate the 
silver ions. Electron micrographs of embedded samples 
revealed silver in the middle lamella and in the primary 
but not in the secondary, suberized, cell wall. It was sig-
nificantly more concentrated in the radial middle lamel-
lae than in the tangential. Furthermore, it was found in 
the lenticels, which have intercellular spaces in the tan-
gential direction. This study shows that the radial middle 

lamella and the lenticels are the components that mostly 
adsorb water and build the pathway for the diffusion of 
water into the phellem.

Moisture adsorption is therefore expected to increase if 
the phloem is retained on the sample, if the sample con-
tains lenticels, if the number of void spaces increases as 
it occurs in brittle degraded samples and by decreasing 
temperature.

The adsorption and desorption of water is expected to 
cause swelling and shrinkage of birch bark. Gilberg [8] 
analysed microtome samples of the outer bark of Betula 
papyrifera Marsh exposed for 24  h to water vapor and 
found no radial and tangential swelling, while Groh et al. 
[25] analysed discs of 1 cm diameter from the outer bark 
of Betula potaninii and detected a 4% increase in surface 
area when exposed to 100% RH. Bhat [20] investigated 
the shrinkage of the inner and outer bark of freshly har-
vested Betula pendula and Betula pubescens and found 
that it is anisotropic, being higher in radial than in tan-
gential direction. The same anisotropic behaviour is doc-
umented for Douglas fir cork [31] and oak cork [18]. The 
high radial swelling is attributed by both authors to the 
unfolding of corrugated lateral walls of thin-walled cells 
taking place upon moisture adsorption (Fig.  3, arrows). 
The stretched state of the radial cell walls is retained 
upon drying while further adsorption of water vapor or 
liquid water causes a radial expansion of much smaller 
magnitude [32]. Data is not available on the swelling and 
shrinkage of outer birch bark for contemporary or for 
archaeological and ethnographic material.

Besides swelling and shrinkage, water adsorption may 
lead to bending of the bark. Water acts as a plasticizer 
allowing the phellem’s outermost cells, that in the tree 
have been stretched tangentially to accommodate the 

Fig. 5 Sorption isotherms of the bark of different Betula species. Data compiled from references quoted in the bibliography
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growth of the stem and the creation of new layers, to 
return to their original dimension. This causes a contrac-
tion of the outer layer and therefore a bending or rolling 
of the material with the outer side of the bark inwards [7, 
8]. Deformation can also lead to delamination related to 
failure in the thin-walled cell layers that are intrinsically 
weaker than the thick-walled cell layers [22, 33]. To avoid 
such deformation, conservators may block the artefact in 
the desired shape using specially made capsules during 
both humidification and drying  [11].

The aim of the present research is to quantify equilib-
rium moisture content, swelling, shrinkage and macro-
scopic deformation of archaeological and ethnographic 
birch bark samples upon adsorption and desorption of 
water vapor in order to provide conservators with indi-
cations on the risks related to procedures that involve 
humidification and drying.

Experimental
Three types of experiments were performed:

1. Measurement of the EMC at different temperatures 
(−20, 0, 25 °C), in relative humidity ranges from 0 to 
95% RH;

2. Measurement of swelling and shrinkage induced by 
water vapour and observation of the related decay 
patterns (deformation, cracking, delamination);

3. Simultaneous measurement of deformation by time-
lapse photography and mass loss during water des-
orption.

Sample description and preparation
The water vapour induced changes to outer birch bark 
were investigated on a contemporary material acting 
as control sample (WA), an ethnographic material to 
explore the effect of the phloem (C) and three different 
archaeological materials recovered from water (B), per-
mafrost (P) and ice (S) to explore the effect of the burial 
context.

Table 1 reports the characteristics of the materials and 
the experiments performed with them.

All materials except C and B consisted only of the phel-
lem layer. Material C has remains of the phloem visible 
as a brown–red layer. This was used to create a flower 
décor pattern, found typically on artefacts from North 
America and Siberia. It was not removed before isotherm 
experiments. Material B was harvested from Neolithic 
waterlogged birch trunks found in the lake Burgäschi, 
Switzerland. After vertically sectioning the bark on the 
trunk, this could carefully be detached and, contrary to 
what happens with contemporary bark, it remained in 
its original shape and with phellogen, phelloderm and 

phloem still adhering. The phloem, characterized by dif-
ferent moisture sorption properties, was removed to 
allow comparison with the other archaeological materi-
als. The removal was performed mechanically by gently 
scraping it off with a wooden stick. The enzymatic treat-
ment proposed by Orgell [34] and revised by Schreiber 
and Schönherr [35] and consisting of immersion in a 
solution of a fungal pectinase and cellulase was tested 
but did not lead to the disintegration of the phelloderm 
within a time period of 4 and half weeks. After the pre-
treatment, Material B consists of phellem, phellogen and 
phelloderm and was stored in deionized water and kept 
refrigerated at 4  °C. Material S is the Schnidejoch bow 
case. The cover, middle and lower part of the bow case 
are considered as three distinct materials as they dif-
fer in preservation condition and detailed manufacture 
characteristics. The bow case cover has been subjected 
to a harmful treatment with alcohol that extracted most 
of alcohol soluble components from the bark. It is now 
stored dry at ambient temperature. The middle and the 
lower part of the bow case body are untreated (damp), 
but the lower part is tapered and made of thicker bark. 
Both of them are stored frozen at −26 °C. The remaining 
dry materials are stored at ambient temperature.

The sorption measurements were conducted on sam-
ples of size of about 15 × 5 mm and with thickness (radial 
face) in the range 1.3–2.5 mm. Measurement of swelling, 
shrinkage and deformation (Materials C, P, B) required 
large samples of length between 80 and 120 mm. Samples 
taken from material P showed significant delamination, 
samples taken from material C and B were bent, for C 
with the inner side of the bark facing outwards while B 
had its inner bark side facing inwards.

Scanning isotherm at 25 °C
Scanning isotherms at 25 °C were measured with a multi-
sample gravimetric vapor sorption analyser (SPSx-1μ 
Advance) from ProUmid. A drawing and description of 
the instrument has been published by Murr and Lackner 
[36]. Before starting the sorption cycle the samples were 
dried over silica gel to 0% RH. Then the samples were 
exposed to increasing relative humidity in 10% steps from 
0 to 95% at a constant temperature of 25 °C and weighed 
every 15  min. If the rate of weight change was smaller 
than 0.01% in 80  min, the samples were considered in 
equilibrium with the relative humidity and the value of 
the relative humidity was changed. After reaching equi-
librium with 95% the value of the relative humidity was 
decreased and the desorption cycle was recorded. The 
full sorption cycle took 600 h. Each type of material was 
analysed in duplicate; differences in EMCs at the same 
relative humidity were in all cases less than 0.4 g/100 g.
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Table 1 Description of the materials and of the experiments performed on them

Material 
code Origin/species 

Shape/Appearance / 
Preserva	on 
Condi	on 

Context Da	ng Experiments Images 

WA felled trunk, Valais 
Switzerland, 
Betula pendula

Compact, slightly 
bent, undecayed 
reference material 

dry Contemporar
y (6 years) 

sorp�on 
isotherm at 25 
°C 

C Container by First 
Na�ons peoples in 
Canada, probably 
Betula papyrifera

Compact, strongly 
bent with the 
cambium side out and 
remains of the 
phelloderm and the 
phloem, the material 
is s�ff but not bri�le 
and shows slight 
delamina�on 

dry Ethnographic 
(≈40 years) 

sorp�on 
isotherm at 25 
°C, swelling, 
shrinkage and 
deforma�on  

P Ceiling of a 
tumulus, Pazyryk 
culture, Berel, 
Altai region, 
Republic 
Kazakhstan, 
excavated in 2018 
in permafrost soil, 
probably Betula 
pubescens

flat and stable, no 
major bri�leness but 
the material shows a 
heavy delamina�on 

dry 5th to 3rd

century BC 
(Iron age) 

sorp�on 
isotherm at 25 
°C, swelling 
and shrinkage 

B Trunks from the 
lake dwelling site 
Burgäschisee 
north, 
Switzerland, 
Cortaillod culture, 
excavated in 2017, 
probably Betula 
pendula

Fragile / bent with 
the outer side out 
(same orienta�on as 
on the tree), the 
material is very bri�le 
but shows no 
delamina�on 

Water-
logged 

2800 BC 
(Neolithic) 

sorp�on 
isotherm at 25 
°C, swelling  

S cover Schnidejoch bow 
case cover, 
preserved in 
alpine ice, species 
unknown 

Found in 2003, in 
2008 treated in 
several alcohol 
solu�ons, the 
material is s�ff and 
slightly bri�le, 
delamina�on is 
present 

dry 2800 BC 
(Neolithic) 

sorp�on 
isotherm at 25 
°C 
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Scanning isotherm at 0 °C and −20 °C
Adsorption isotherms at 0 °C and −20 °C were measured 
on two samples from material S. The measurements were 
performed at TH Wildau, Germany with a McBain-Bakr 
balance [37]. In this balance the sample holder is con-
nected to a quartz spring within a quartz tube. The pres-
sure in the tube is controlled by MKS Baratron pressure 
heads of high sensitivity in the range  10–5 to  103  mbar. 
The elongation of the spring is measured with a KM6 
cathetometer (workshops of the Soviet Academy of Sci-
ences, Moscow) with an accuracy of  ± 0.01  mm and 
a sensitivity of the spring of 0.04  mg/mm. Prior to the 
adsorption measurements the samples are equilibrated 
at room temperature in high vacuum atmosphere (p < 10–

5  mbar) for at least 12  h and the dry mass is measured 
(accuracy ± 0.02  mg). The sample temperature is kept 
constant during the measurement by a thermostat (Lauda 
Ecoline RE107) with fluctuations of  ± 0.05  °C while the 
temperature of the spring is maintained at 30 °C to avoid 
temperature-related length changes. The equilibrium 
between the sample and the environment is reached 
when the pressure and the mass are constant for at least 
30 min, which took about 24 h.

Swelling and shrinkage during humidification and drying
Percentage swelling and shrinkage in the three dimen-
sions was calculated in reference to the dimensions of 
the samples equilibrated at 50 and 97% RH. We have 
decided to use as a reference the 50% RH condition and 
not a dryer state as this is the most common condition 
in repositories. The dimensions in the swollen state 
were measured after the samples were equilibrated at 
97% ± 3% RH for 28  days at 4  °C in a box containing 
a water saturated polyester fleece separated from the 
samples with a  Tyvek® tissue. The dimensions at 50% 
RH were measured after the samples were equilibrated 
at 50% ± 3% RH for 8 days at 20 °C in air. For the water-
logged samples taken from material B only shrinkage 
measurements were performed.

Sample dimensions were measured with a digital cal-
liper with an accuracy of  ± 0.02 mm or, where not pos-
sible, by scanning the sample on a photocopy machine 
and analysing the images with the software ImageJ. For 
each type of sample material, the measurements were 
performed on four samples and the average and stand-
ard deviation were calculated. The samples were also 
photographed from all sides to assess further changes 
like cracks and delamination.

Table 1 (continued)
S middle part Schnidejoch bow 

case middle part, 
preserved in 
alpine ice, species 
unknown 

Found in 2005, 
untreated and stored 
frozen, the sample 
used for the sorp�on 
isotherm shows 
delamina�on and 
slight bri�leness 

damp and 
frozen 

2800 BC 
(Neolithic) 

sorp�on 
isotherm at 25, 
0 and 20 °C 

S lower part Schnidejoch bow 
case lower part, 
preserved in 
alpine ice, species 
unknown 

Found in 2005, 
untreated and stored 
frozen, the sample 
used for the sorp�on 
measurement is 
compact, no 
delamina�on, no 
bri�leness 

damp and 
frozen 

2800 BC 
(Neolithic) 

sorp�on 
isotherm at 25, 
0 and 20 °C  
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Deformation and mass loss during desorption
The correlation between deformation during air dry-
ing and mass loss was investigated by time-lapse pho-
tography of the samples placed on an electronic scale. 
A sample from material C that was compact and stiff 
but initially bent as it was cut out from an object, was 
first conditioned to 97% RH at 4  °C for 4  weeks and 
then placed at ambient conditions (22 °C, 54% RH) on a 
Kern EG 600-C3 NM scale with an accuracy of 0.001 g 
and photographs of the cross section were taken with a 
Nikon DC 1500 for 26 h in total.

Results and discussion
Scanning isotherms
Scanning isotherms both in adsorption and desorption 
modes were measured for all samples confirming the 
well-known hysteresis effect, whereby the EMC attained 
through desorption experiments is higher than the one 
attained at the same relative humidity through adsorp-
tion. The diagrams show only the adsorption isotherms 
as an evaluation of the hysteresis from a not water-satu-
rated starting point can be misleading [38]. The full scan-
ning isotherms are in the Additional file  1, Additional 
file 2.

The sorption isotherm of the reference material WA 
(Fig.  6), taken from a contemporary Betula pendula 
tree, is similar to the sorption isotherms published in 

the literature (Fig.  5), thus confirming that the sorption 
behaviour does not depend on the specific birch species.

The influence of the presence of lenticels was investi-
gated on samples from material WA, while the influence 
of the phloem on samples from material C (Fig. 6).

The EMC increases if the phloem is present on the 
outer bark, confirming the observations of Standke and 
Schneider [39]. This increase is related to the differ-
ent structure and chemical composition of the phloem, 
as described earlier. The presence of the lenticels also 
increases the EMC, confirming the observations of 
Schönherr and Ziegler [22] on water deposition in the 
lenticels’ intercellular cavities.

Figure  7 shows the sorption isotherms at 25  °C of 
archaeological samples recovered from different contexts. 
There is a correlation between the hygroscopicity of the 
samples and the extent of brittleness and delamination. 
Extent of brittleness and delamination were evaluated 
qualitatively based on the number of fragments produced 
when the samples are sectioned and on the number of 
separated layers. The more brittle and delaminated the 
samples are, the higher their EMC, a sign that in brittle 
and delaminated materials there are more bonding sites 
for water vapour molecules.

The temperature dependence of the adsorption iso-
therm was investigated on two samples from the mid-
dle part and one sample from the lower part of material 
S, the Neolithic bow case from the Schnidejoch. The 

Fig. 6 Sorption isotherms at 25 °C of the reference material WA with and without lenticels and of the ethnographic material C retaining the phloem
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sorption isotherm at 0 and −20  °C overlapped with the 
sorption isotherm at 25  °C for the sample taken from 
the lower part of the bow case (Fig.  8c). For the sam-
ples taken from the middle part, the isotherm at -20  °C 
was higher and the isotherm at 0 °C either higher (sam-
ple 2, Fig. 8b) or overlapping (sample 1, Fig. 8a). In gen-
eral, the sorption isotherm is expected to decrease with 
increasing temperature due of the increased mobility of 
the water molecules. At above zero temperatures this 
behaviour has been largely investigated for wood [40, 41], 
food [42] and building materials [43]. At sub-zero tem-
peratures Jänchen and co-workers have found this trend 
in microorganisms [44] and minerals [45]. Our results, 
despite limited only to the Schnidejoch bow case, suggest 
that the equilibrium moisture content of archaeological 
birch bark depends slightly if at all on temperatures in 
the sub-zero range. An important question for conser-
vators is if freezing archaeological objects cause damage 
due to freezing of bound water. Recent experimental and 
theoretic studies on the freezing of bound water in wood 
has concluded that all bound moisture is non-freezing 
[45–48]. Our practical experience with the Schnidejoch 
bow case, that was recovered from ice and is now stored 
at −26 °C, confirm that no damage is observed as a result 
of freezing and de-freezing procedures.

Swelling and shrinkage during humidification and drying
Humidification (materials C, P) led to swelling, while 
drying (materials C, P, B) lead to a shrinkage of the outer 
bark. Table 2 summarizes the results of the experiments.

Swelling and shrinkage data in the radial direction 
(thickness of the samples) could not be obtained for 
material P as these samples were delaminated (Additional 
file 4). Material B was waterlogged and therefore swelling 
could not be measured.

For all materials swelling and shrinkage is higher in the 
radial direction and generally small in longitudinal and 
negligible in tangential direction. The waterlogged mate-
rial (B) has considerable shrinkage especially in radial 
direction. This sample had also the highest mass loss after 
drying (53.3 wt%), an indication that it contained liquid 
water in void spaces. The negligible dimensional changes 
in tangential direction of birch bark can be understood 
in analogy to the anatomy of wood cells arranged in the 
longitudinal direction. Wood is composed of elongated 
cells, the tracheids, oriented longitudinally. In this direc-
tion wood shrinkage is negligible. Birch bark is composed 
of elongated cells oriented tangentially (Figs. 1, 2) and in 
this direction its deformations are indeed negligible.

The increased swelling and shrinkage in radial direc-
tion can be explained by the unfolding of the radial cell 

Fig. 7 Sorption isotherms of archaeological birch barks recovered from different contexts: material S is the Neolithic Schnidejoch bow case 
preserved in ice, material B is from a Neolithic waterlogged tree excavated at the Burgäschisee, Switzerland and material P from an iron age ceiling 
of a tumulus of the Pazyryk culture found in permafrost soil in Berel, Kazakhstan Republic
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walls in cells with thin walls. Folded radial cell walls 
are expected in the outer layers of birch bark and were 
detected by optical microscopy in our reference material 
(Fig.  3). This finding is in agreement with the observa-
tions in Douglas-Fir bark [31].

Deformation and mass loss during drying
While deformations and delamination of the P and C 
samples took place during both adsorption and des-
orption, larger deformations were detected during the 
adsorption process (C and P), accompanied by bending 

of the bark towards the outer layers. These movements 
led to delamination and deepening of tangential cracks 
(Fig.  9, right and Additional file  3, Additional file  4, 
Additional file  5). The time-lapse photography investi-
gation allowed to monitor in details the deformation of 
one sample from material C during desorption. Surface 
evaporation, revealed by a colour brightening of the outer 
bark surface, takes place in the first two minutes of dry-
ing. In the following twenty minutes of desorption, while 
the moisture content decreases from 8.7 to 6.7%, the 
sample bent slightly in the direction of the inner bark and 

Fig. 8 Temperature dependence of the sorption isotherm of three samples from the Neolithic Schnidejoch bow case

Table 2 Average swelling and shrinkage values of materials C, P and B after humidification and drying

Sample Value % Swelling % Shrinkage

Tangential Longitudinal Radial Tangential Longitudinal Radial

C av 0.2 1.4 2.2 0.3 2.1 4.8

SD 0.1 0.8 0.6 0.2 0.9 1.0

P av 2.2 1.8 – 0.8 0.7 –

SD 0.7 0.4 – 0.2 0.4 –

B av – – – 1.9 3.4 15.4

SD – – – 1.3 0.2 3.5
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a crack formed (Fig. 10a). A more significant movement 
in the direction of the outer bark dominated the process 
in the following three hours down to a moisture content 
of 4.8%. After this time no movement was detected and 

the moisture content slowly decreased for about 24 h to 
the value of 3.5% in equilibrium with the environment at 
50% RH (Fig. 10b and Additional file 6). 

Fig. 9 Above: Deformation and delamination during humidification and drying for samples from material P, iron age from permafrost, and from 
material C, ethnographic. Below: Superimposed contour illustrating the warping

Fig. 10 Mass loss and labelled deformations detected with time-lapse photography during de-humidification from 97 to 54% RH on a sample from 
material C, ethnographic. a Detail of the first 35 min, b mass loss over the whole 26 h period



Page 13 of 15Klügl and Di Pietro  Herit Sci             (2021) 9:3  

The desorption kinetics depend on the geometry of 
the sample, on the RH and on the presence of ventila-
tion. Nevertheless, it is possible to conclude that surface 
evaporation is a very fast process and that movements 
of the bark are possible at higher moisture contents, 
in this case corresponding to relative humidity higher 
than 75%, as water is a flexibilization agent for birch 
bark. While in the time-lapse photography investiga-
tion we do not have an explanation for the inward bend-
ing of the bark, the more commonly observed outward 
warping is explained by the shortening of the stretched 
outer birch bark cells when they are plasticized at high 
humidity [7].

Conclusions and implications for conservation 
measures
This study has shown that the EMC of archaeologi-
cal birch bark is generally low. The better the condition, 
that is the less brittle and delaminated the samples are, 
the lower their moisture uptake. Ice-preserved Neolithic 
birch bark from Schnidejoch, Switzerland, has almost 
the same sorption properties as unaged bark. Brittle and 
delaminated samples have higher moisture content, in 
particular waterlogged Neolithic samples had the highest 
moisture sorption.

The comparison among the sorption isotherms of con-
temporary barks found in the literature showed that the 
sorption behaviour does not depend on the specific Bet-
ula species. This was confirmed in our reference sample 
of Betula Pendula. As a consequence, there is no need in 
determining the species when deciding on storage con-
ditions and treatments for birch bark objects involving 
water or humidity. When considering specific require-
ments for the storage of birch bark objects, these can be 
classified as mechanically stable and a broader humidity 
target range can be acceptable, provided it is lower than 
70% RH. Indeed, this study shows that the EMC of brit-
tle and delaminated archaeological birch bark sharply 
increases above 75% RH.

The investigation on samples from the Schnidejoch 
bow case shows that in the sub-zero range the sorption 
isotherm depends slightly if at all on temperature. As in 
wood, we expect no freezing of bound water at tempera-
tures usually used by conservators for the long-term stor-
age of birch bark objects.

The swelling and deformation experiments showed 
that water vapour can plasticize birch bark and induce a 
bending towards the outside of the bark. The time-lapse 
experiment allowed to detect movements of the bark only 
at high moisture contents, possibly explaining why some 
authors [49, 50] report insufficient softening through 
humidification. Equilibration at high humidity is a slow 
process as birch bark is composed of closed cells made 

to a large extent of hydrophobic components. Materials 
exposed for a long time to high humidity might develop 
mould. It is important for conservators to clean birch 
bark before humidification and mind that remains of the 
phloem are a good substrate for moulds as they contain 
polysaccharides.

Deformation and shrinkage take place during humidi-
fication and to a lesser extent also when air-drying the 
samples. The extent of deformation depends on the 
brittleness of the bark. Such deformation can lead to a 
tangential separation of the layers. In order to prevent 
damage, both humidification and drying should be per-
formed within a supporting capsule, commonly made 
of a polyurethane resin impregnated fiberglass tape or 
of a polyester textile impregnated with a thermoplastic 
polyester. Dimensional changes are anisotropic, with the 
highest shrinkage found in the radial direction, corre-
sponding to the thickness of the bark. These size changes 
do not have an impact on the appearance of the object. 
As a consequence, air-drying within a supporting capsule 
is feasible for all tested archaeological birch barks.
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